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140 

 
BORROW EXCAVATION 

   
C.Y. 

SEC. 303 & 

305 

CONTRACTOR is responsible for testing and submitting results to the 

Engineer prior to shipment for approval. 

 
 

230 

 
 
SELECT BORROW 

 
 
MIN. CBR-15 

  
 
C.Y. 

 
SEC. 303 & 

305 

CONTRACTOR is responsible for testing if coming from a source other than a 

quarry;  if coming from a quarry there needs to be a job mix submitted to the 

Engineer prior to shipment for approval. 

 
 

232 

 
 
SELECT BORROW 

 
 
MIN. CBR-15 

  
 
TON 

 
SEC. 303 & 

305 

CONTRACTOR is responsible for testing if coming from a source other than a 

quarry;  if coming from a quarry there needs to be a job mix submitted to the 

Engineer prior to shipment for approval. 

 
 

240 

 
 
SELECT BORROW 

 
 
MIN. CBR-20 

  
 
C.Y. 

 
SEC. 303 & 

305 

CONTRACTOR is responsible for testing if coming from a source other than a 

quarry;  if coming from a quarry there needs to be a job mix submitted to the 

Engineer prior to shipment for approval. 

 
 

242 

 
 
SELECT BORROW 

 
 
MIN. CBR-20 

  
 
TON 

 
SEC. 303 & 

305 

CONTRACTOR is responsible for testing if coming from a source other than a 

quarry;  if coming from a quarry there needs to be a job mix submitted to the 

Engineer prior to shipment for approval. 

 
 

260 

 
 
SELECT BORROW 

 
 
MIN. CBR-30 

  
 
C.Y. 

 
SEC. 303 & 

305 

CONTRACTOR is responsible for testing if coming from a source other than a 

quarry;  if coming from a quarry there needs to be a job mix submitted to the 

Engineer prior to shipment for approval. 

 
 

262 

 
 
SELECT BORROW 

 
 
MIN. CBR-30 

  
 
TON 

 
SEC. 303 & 

305 

CONTRACTOR is responsible for testing if coming from a source other than a 

quarry;  if coming from a quarry there needs to be a job mix submitted to the 

Engineer prior to shipment for approval. 

 
 

270 

 
 
SELECT BORROW 

 
 
TYPE I, CBR 30 

  
 
C.Y. 

 
SEC. 303 & 

305 

CONTRACTOR is responsible for testing if coming from a source other than a 

quarry;  if coming from a quarry there needs to be a job mix submitted to the 

Engineer prior to shipment for approval. 

 
272 

 
SELECT MATERIAL 

 
TYPE I, CBR 30 

  
TON 

 
SEC. 305 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
280 

 
SELECT MATERIAL 

 
TYPE II, CBR 20 

  
C.Y. 

 
SEC. 305 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
282 

 
SELECT MATERIAL 

 
TYPE II, CBR 20 

  
TON 

 
SEC. 305 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
290 

 
SELECT MATERIAL 

 
TYPE II, CBR 30 

  
C.Y. 

 
SEC. 305 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
292 

 
SELECT MATERIAL 

 
TYPE II, CBR 30 

  
TON 

 
SEC. 305 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
300 

 
SELECT MATERIAL 

 
TYPE III, CBR 30 

  
C.Y. 

 
SEC. 305 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
302 

 
SELECT MATERIAL 

 
TYPE III, CBR 30 

  
TON 

 
SEC. 305 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
355 

 
GEOTEXTILE (SUBGRADE STABILIZATION) 

   
SY 

 
ATTD 

 

CERTIFIED DELIVERY TICKET FROM QA SUPPLIER 

 
490 

 
CLASS I BACKFILL MATERIAL 

   
TON 

 
SEC. 302 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
491 

 
CLASS I BACKFILL MATERIAL 

   
CY 

 
SEC. 302 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
492 

 
CLASS I I  BACKFILL MATERIAL 

   
TON 

 
SEC. 302 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
493 

 
CLASS I I  BACKFILL MATERIAL 

   
CY 

 
SEC. 302 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
500 

 
BEDDING MAT'L. FINE AGGR. 

   
TON 

 
SEC. 302 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
502 

 
BEDDING MAT'L. FINE AGGR. OR AGGR. #10 

   
TON 

 
SEC. 302 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
504 

 
BEDDING MAT'L. FINE AGGR. OR AGGR. # 

   
TON 

 
SEC. 302 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
505 

 
BEDDING MAT'L. AGGR. 

 
NO. 25 OR 26 

  
TONS 

 
SEC. 302 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 
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506 

 
BEDDING MAT'L. AGGR. 

 
NO. 57 

  
TONS 

 
SEC. 302 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
510 

 
PILE, TREATED TIMBER 

   
L.F. 

 
SEC. 403 

 

QUALIFIED WOOD CCA TREATMENT PLANT APPROVED LIST # 45  

511 PILE,  UNTREATED TIMBER   L.F. SEC. 403 VISUAL 

513 PILE, STEEL 10"   L.F. SEC. 403 MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

517 SHEET PILE TIMBER  S.F. SEC. 402 VISUAL 

 
518 

 
SHEET PILE 

 
CONCRETE 

  
S.F. 

 
SEC. 402 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

519 SHEET PILE STEEL  S.F. SEC. 402 MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

522 BOX CULVERT CONC.. CL. A-4  C.Y. SEC. 302 APPROVED MIX DESIGN 

 
525 

 
CONCRETE 

 
CL. A-3 MISC. 

  
C.Y. 

SEC. 302 & 

504 
 
APPROVED MIX DESIGN 

 
528 

FLOWABLE BACKFILL FOR PLUG 

ABANDONED CULVERT 
     

APPROVED MIX DESIGN 

529 FLOWABLE BACKFILL   CY SEC. 302 APPROVED MIX DESIGN 

530 CONCRETE CLASS B2   CY SEC. 302 APPROVED MIX DESIGN 

535 CONCRETE CLASS C1      
 

540 
 
UNCOATED "BLACK" 

 
REINF. STEEL 

  
LBS 

SEC. 302 & 

406 
 
CERTIFICATION  (provided by fabricator) 

 
 

542 

 
 
EPOXY COATED 

 
 
REINF. STEEL 

  
 
LBS. 

 
SEC. 302 & 

406 

CERTIFICATION (provided by fabricator) / EPOXY CERTIFICATION  (provided 

by fabricator) --that the epoxy coating  used was from the VDOT pre-approved 

EPOXY COATING LIST # 10 

560 STRUCTURAL STEEL JB-1  LB. SEC. 302 MILL ANALYSIS / CERTIFICATION    (PROVIDE by FABRICATOR) 

571 ENDWALL PIPE GRATE EW-11, TYPE I  L.F. SEC. 302 MILL ANALYSIS / CERTIFICATION    (PROVIDE by FABRICATOR) 

572 ENDWALL PIPE GRATE EW-11, TYPE II  L.F. SEC. 302 MILL ANALYSIS / CERTIFICATION    (PROVIDE by FABRICATOR) 

573 ENDWALL PIPE GRATE EW-11, TYPE III  L.F. SEC. 302 MILL ANALYSIS / CERTIFICATION    (PROVIDE by FABRICATOR) 

574 ENDWALL GRATE & FRAME, EW-11A   EA. SEC. 302 MILL ANALYSIS / CERTIFICATION    (PROVIDE by FABRICATOR) 

580 UNDERDRAIN UD-1  L.F. SEC. 501  
    

6" PERFORATED PIPE 
 
L.F. 

  
CERTIFIED DELIVERY TICKET  or TEST REPORT  

   NO. 8 or NO. 57 

AGGREGATE 
 
TON 

 DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

585 UNDERDRAIN UD-2  L.F. SEC. 501  
    

6" PERFORATED PIPE 
 
L.F. 

  
CERTIFIED DELIVERY TICKET  or TEST REPORT 

   NO. 8 or NO. 57 

AGGREGATE 
 
TON 

 DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

587 UNDERDRAIN UD-3  L.F. SEC. 501  
    

6" PERFORATED PIPE 
 
L.F. 

  
CERTIFIED DELIVERY TICKET  or TEST REPORT 

   NO. 8 or NO. 57 

AGGREGATE 
 
TON 

 DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

588 UNDERDRAIN UD-4  L.F. SEC. 501  
    

6" PERFORATED PIPE 
 
L.F. 

 
SEC. 232 

 
CERTIFIED DELIVERY TICKET  or TEST REPORT 

   NO. 8 or NO. 57 

AGGREGATE 
 
TONS 

 
SEC. 501.02 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   GEOTEXTILE 

DRAINAGE FABRIC 
 
S.Y. 

 
SEC 245.02© 

 
CERTIFIED DELIVERY TICKET  or TEST REPORT 

 
589 

 
UNDERDRAIN GEOCOMPOSITE, UD-5 

   
L.F. 

SEC. 501 & 

ATTD 
 

   GEOCOMPOSITE L.F.  APPROVED LIST # 36 

    
6" PERFORATED PIPE 

 
L.F. 

  
CERTIFIED DELIVERY TICKET  or TEST REPORT 
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   NO. 8 or NO. 57 

AGGREGATE 
 
TON 

 DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

590 COMB. UNDERDRAIN CD-1  L.F. SEC. 501  
   6" NON-PERFORATED 

PIPE 
 
L.F. 

  
CERTIFIED DELIVERY TICKET  or TEST REPORT 

   NO. 8 or NO. 57 

AGGREGATE 
 
TON 

 DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

591 COMB. UNDERDRAIN CD-2  L.F. SEC. 501  
   6" NON-PERFORATED 

PIPE 
 
L.F. 

  
CERTIFIED DELIVERY TICKET  or TEST REPORT 

   NO. 8 or NO. 57 

AGGREGATE 
 
TON 

 DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

592 COMB. UNDERDRAIN CD-1 & 2  L.F. SEC. 501  
   6" NON-PERFORATED 

PIPE 
 
L.F. 

  
CERTIFIED DELIVERY TICKET  or TEST REPORT 

   NO. 8 or NO. 57 

AGGREGATE 
 
TON 

 DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
593 

 
OUTLET PIPE, UD-5 

   
L.F. 

 
SPEC. PROV. 

 
CERTIFIED DELIVERY TICKET  or TEST REPORT 

594 UNDERDRAIN UD-6  L.F. SEC. 501 CERTIFIED DELIVERY TICKET  or TEST REPORT 

595 OUTLET PIPE   L.F. SEC. 501 CERTIFIED DELIVERY TICKET  or TEST REPORT 

596 ENDWALL EW-12  EA. SEC. 302 CERTIFIED DELIVERY TICKET (vpcpqap) VDOT PRECAST CONCRETE 
PPOOOPRODUCTS QUPPRODUCTS QQ 597 UNDERDRAIN UD - 7    CERTIFIED DELIVERY TICKET  or TEST REPORT 

598 UNDERDRAIN MOD. UD - 4    CERTIFIED DELIVERY TICKET  or TEST REPORT 

 
 

1060 

 
 
PIPE CULVERT 

 
 
6" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
1062 

 
PIPE CULVERT 

 
6" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1080 

 
 
PIPE CULVERT 

 
 
8" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
1082 

 
PIPE CULVERT 

 
8" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1120 

 
 
PIPE CULVERT 

 
 
12" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1121 JACKED PIPE 12"  L.F. SEC. 302 VISUAL 

 
1122 

 
PIPE CULVERT 

 
12" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1125 

 
PIPE CULVERT 

 
12" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1126 

 
 
PIPE CULVERT 

 
 
12" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1150 

 
 
PIPE CULVERT 

 
 
15" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1151 JACKED PIPE 15"  L.F. SEC. 302 VISUAL 

 
 

1152 

 
 
PIPE CULVERT 

 
 
15" (CONC.) 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1155 

 
 
PIPE CULVERT 

 
 
15" (CONC.) 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 
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1156 

 
 
PIPE CULVERT 

 
 
15" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1161 JACKED PIPE 16"  L.F. SEC. 302 VISUAL 

 
 

1180 

 
 
PIPE CULVERT 

 
 
18" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1181 JACKED PIPE 18"  L.F. SEC. 302 VISUAL 

 
1182 

 
PIPE CULVERT 

 
18" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1185 

 
PIPE CULVERT 

 
18" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1186 

 
 
PIPE CULVERT 

 
 
18" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1210 

 
 
PIPE CULVERT 

 
 
21" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1211 JACKED PIPE 21"  L.F. SEC. 302 VISUAL 

 
1212 

 
PIPE CULVERT 

 
21" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1240 

 
 
PIPE CULVERT 

 
 
24" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1241 JACKED PIPE 24"  L.F. SEC. 302 VISUAL 

 
1242 

 
PIPE CULVERT 

 
24" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1245 

 
PIPE CULVERT 

 
24" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1246 

 
 
PIPE CULVERT 

 
 
24" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1270 

 
 
PIPE CULVERT 

 
 
27" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1271 JACKED PIPE 27"  L.F. SEC. 302 VISUAL 

 
1272 

 
PIPE CULVERT 

 
27" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1275 

 
PIPE CULVERT 

 
27" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1276 

 
 
PIPE CULVERT 

 
 
27" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1300 

 
 
PIPE CULVERT 

 
 
30" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1301 JACKED PIPE 30"  L.F. SEC. 302 VISUAL 

 
1302 

 
PIPE CULVERT 

 
30" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1305 

 
PIPE CULVERT 

 
30" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1306 

 
 
PIPE CULVERT 

 
 
30" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1330 PIPE 33"  L.F. SEC. 302 CERTIFIED DELIVERY TICKET 

1331 JACKED PIPE 33"  L.F. SEC. 302 VISUAL 
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1332 

 
PIPE 

 
33" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1360 

 
 
PIPE CULVERT 

 
 
36" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1361 JACKED PIPE 36"  L.F. SEC. 302 VISUAL 

 
1362 

 
PIPE CULVERT 

 
36" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1365 

 
PIPE CULVERT 

 
36" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1366 

 
 
PIPE CULVERT 

 
 
36" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM- / (vcpqap) VDOT CONCRETE 

PIPE QUALITY ASSURANCE PROGRAM 

 
 

1420 

 
 
PIPE CULVERT 

 
 
42" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1421 PIPE CULVERT 42" JACKED  L.F. SEC. 302 VISUAL 

 
1422 

 
PIPE CULVERT 

 
42" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1425 

 
PIPE CULVERT 

 
42" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1426 

 
 
PIPE CULVERT 

 
 
42" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1480 

 
 
PIPE CULVERT 

 
 
48" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1481 JACKED PIPE 48"  L.F. SEC. 302 VISUAL 

 
1482 

 
PIPE CULVERT 

 
48" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1485 

 
PIPE CULVERT 

 
48" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1486 

 
 
PIPE CULVERT 

 
 
48" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1540 

 
 
PIPE CULVERT 

 
 
54" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1541 JACKED PIPE 54"  L.F. SEC. 302 VISUAL 

 
1542 

 
PIPE CULVERT 

 
54" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1545 

 
PIPE CULVERT 

 
54" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1546 

 
 
PIPE CULVERT 

 
 
54" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1600 

 
 
PIPE CULVERT 

 
 
60" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1601 JACKED PIPE 60"  L.F. SEC. 302 VISUAL 

 
1602 

 
PIPE CULVERT 

 
60" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
1605 

 
PIPE CULVERT 

 
60" (CONC.) 

  
L.F. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 
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1606 

 
 
PIPE CULVERT 

 
 
60" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

1660 

 
 
PIPE CULVERT 

 
 
66" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1661 JACKED PIPE 66"  L.F. SEC. 302 VISUAL 

 
1662 

 
PIPE CULVERT 

 
66" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1720 

 
 
PIPE CULVERT 

 
 
72" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1721 JACKED PIPE 72"  L.F. SEC. 302 VISUAL 

 
1722 

 
PIPE CULVERT 

 
72" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1780 

 
 
PIPE CULVERT 

 
 
78" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1781 JACKED PIPE 78"  L.F. SEC. 302 VISUAL 

 
1782 

 
PIPE CULVERT 

 
78" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1840 

 
 
PIPE CULVERT 

 
 
84" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

1841 JACKED PIPE 84"  L.F. SEC. 302 VISUAL 

 
1842 

 
PIPE CULVERT 

 
84" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

1960 

 
 
PIPE CULVERT 

 
 
96" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM-/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
1962 

 
PIPE CULVERT 

 
96" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2020 

 
 
PIPE CULVERT 

 
 
102" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2022 

 
PIPE CULVERT 

 
102" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2080 

 
 
PIPE CULVERT 

 
 
108" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM- / (vcpqap) VDOT CONCRETE 

PIPE QUALITY ASSURANCE PROGRAM 

 
2082 

 
PIPE CULVERT 

 
108" (CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2140 

 
 
ELLIPTICAL PIPE 

 
 
23" x 14" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM-/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2142 

 
ELLIPTICAL PIPE 

 
23" x 14"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2190 

 
 
ELLIPTICAL PIPE 

 
 
30" x 19" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2192 

 
ELLIPTICAL PIPE 

 
30" x 19"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2220 

 
 
ELLIPTICAL PIPE 

 
 
34" x 22" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM-/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 
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2222 

 
ELLIPTICAL PIPE 

 
34" x 22"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2240 

 
 
ELLIPTICAL PIPE 

 
 
38" x 24" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2242 

 
ELLIPTICAL PIPE 

 
38" x 24"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2270 

 
 
ELLIPTICAL PIPE 

 
 
42" x 27" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2272 

 
ELLIPTICAL PIPE 

 
42" x 27"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2290 

 
 
ELLIPTICAL PIPE 

 
 
45" x 29" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2292 

 
ELLIPTICAL PIPE 

 
45" x 29"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2320 

 
 
ELLIPTICAL PIPE 

 
 
49" x 32" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM- / (vcpqap) VDOT CONCRETE 

PIPE QUALITY ASSURANCE PROGRAM 

 
2322 

 
ELLIPTICAL PIPE 

 
49" x 32"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2340 

 
 
ELLIPTICAL PIPE 

 
 
53" x 34" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2342 

 
ELLIPTICAL PIPE 

 
53" x 34"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2380 

 
 
ELLIPTICAL PIPE 

 
 
60" x 38" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2382 

 
ELLIPTICAL PIPE 

 
60" x 38"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2430 

 
 
ELLIPTICAL PIPE 

 
 
68" x 43" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2432 

 
ELLIPTICAL PIPE 

 
68" x 43"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2480 

 
 
ELLIPTICAL PIPE 

 
 
76" x 48" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2482 

 
ELLIPTICAL PIPE 

 
76" x 48"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2530 

 
 
ELLIPTICAL PIPE 

 
 
83" x 53" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2532 

 
ELLIPTICAL PIPE 

 
83" x 53"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2580 

 
 
ELLIPTICAL PIPE 

 
 
91" x 58" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2582 

 
ELLIPTICAL PIPE 

 
91" x 58"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2630 

 
 
ELLIPTICAL PIPE 

 
 
98" x 63" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 
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2632 

 
ELLIPTICAL PIPE 

 
98" x 63"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

2680 

 
 
ELLIPTICAL PIPE 

 
 
106" x 68" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
2682 

 
ELLIPTICAL PIPE 

 
106" x 68"(CONC.) 

  
L.F. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET (vcpqap) VDOT CONCRETE PIPE QUALITY 

ASSURANCE PROGRAM 

 
 

3450 

 
 
ELLIPTICAL PIPE 

 
 
29" x 45" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

3490 

 
 
ELLIPTICAL PIPE 

 
 
32" x 49" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

3530 

 
 
ELLIPTICAL PIPE 

 
 
34" x 53" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

3600 

 
 
ELLIPTICAL PIPE 

 
 
38" x 60" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

3680 

 
 
ELLIPTICAL PIPE 

 
 
43" x 68" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

3760 

 
 
ELLIPTICAL PIPE 

 
 
48" x 76" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

3830 

 
 
ELLIPTICAL PIPE 

 
 
53" x 83" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

3910 

 
 
ELLIPTICAL PIPE 

 
 
58" x 91" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

3980 

 
 
ELLIPTICAL PIPE 

 
 
63" x 98" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM- / (vcpqap) VDOT CONCRETE 

PIPE QUALITY ASSURANCE PROGRAM 

 
 

4060 

 
 
ELLIPTICAL PIPE 

 
 
68" x 106" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4110 

 
 
PIPE ARCH 

 
 
17" x 13" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4116 

 
 
PIPE ARCH 

 
 
17" x 13" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4130 

 
 
PIPE ARCH 

 
 
21" x 15" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4136 

 
 
PIPE ARCH 

 
 
21" x 15" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4160 

 
 
PIPE ARCH 

 
 
24" x 18" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4166 

 
 
PIPE ARCH 

 
 
24" x 18" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 
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4180 

 
 
PIPE ARCH 

 
 
28" x 20" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4186 

 
 
PIPE ARCH 

 
 
28" x 20" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4220 

 
 
PIPE ARCH 

 
 
35" x 24" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4226 

 
 
PIPE ARCH 

 
 
35" x 24" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4290 

 
 
PIPE ARCH 

 
 
42" x 29" 

  
 
L.F. 

 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4296 

 
 
PIPE ARCH 

 
 
42" x 29" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4330 

 
 
PIPE ARCH 

 
 
49" x 33" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4380 

 
 
PIPE ARCH 

 
 
57" x 38" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4430 

 
 
PIPE ARCH 

 
 
64" x 43" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4470 

 
 
PIPE ARCH 

 
 
71" x 47" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4520 

 
 
PIPE ARCH 

 
 
77" x 52" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

4570 

 
 
PIPE ARCH 

 
 
83" x 57" 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

4600 STRUCTURAL PLATE PIPE 60"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

4660 STRUCTURAL PLATE PIPE 66"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED)  

4720 STRUCTURAL PLATE PIPE 72"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

4780 STRUCTURAL PLATE PIPE 78"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

4840 STRUCTURAL PLATE PIPE 84"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

4900 STRUCTURAL PLATE PIPE 90"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

4960 STRUCTURAL PLATE PIPE 96"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5020 STRUCTURAL PLATE PIPE 102"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5080 STRUCTURAL PLATE PIPE 108"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5140 STRUCTURAL PLATE PIPE 114"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5200 STRUCTURAL PLATE PIPE 120"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5407 STRUCT. PLATE ARCH 6'1" X 4'7"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5409 STRUCT. PLATE ARCH 6'4" X 4'9"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5411 STRUCT. PLATE ARCH 6'9" X 4'11"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5501 STRUCT. PLATE ARCH 7'0" X 5'1"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5503 STRUCT. PLATE ARCH 7'3" X 5'3"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5505 STRUCT. PLATE ARCH 7'8" X 5'5"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5507 STRUCT. PLATE ARCH 7'11" X 5'7"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5509 STRUCT. PLATE ARCH 8'2" X 5'9"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5511 STRUCT. PLATE ARCH 8'7" X 5'11"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 
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5601 STRUCT. PLATE ARCH 8'10" X 6'1"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5603 STRUCT. PLATE ARCH 9'4" X 6'3"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5605 STRUCT. PLATE ARCH 9'6" X 6'5"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5607 STRUCT. PLATE ARCH 9'9" X 6'7"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5609 STRUCT. PLATE ARCH 10'3" X 6'9"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5611 STRUCT. PLATE ARCH 10'8" X 6'11"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5701 STRUCT. PLATE ARCH 10'11" X 7'1"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5703 STRUCT. PLATE ARCH 11'5" X 7'3"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5705 STRUCT. PLATE ARCH 11'7" X 7'5"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5707 STRUCT. PLATE ARCH 11'10" X 7'7"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5709 STRUCT. PLATE ARCH 12'4" X 7'9"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5711 STRUCT. PLATE ARCH 12'6" X 7'11"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5801 STRUCT. PLATE ARCH 12'8" X 8'11"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5804 STRUCT. PLATE ARCH 12'10" X 8'4"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5805 STRUCT. PLATE ARCH 13'5" X 8'5"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5807 STRUCT. PLATE ARCH 13'11" X 8'7"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5809 STRUCT. PLATE ARCH 14'1" X 8'9"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5811 STRUCT. PLATE ARCH 14'3" X 8'11"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5901 STRUCT. PLATE ARCH 14'10" X 9'1"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5903 STRUCT. PLATE ARCH 15'4" X 9'3"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5905 STRUCT. PLATE ARCH 15'6" X 9'5"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5907 STRUCT. PLATE ARCH 15'8" X 9'7"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5910 STRUCT. PLATE ARCH 15'10" X 9'10"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

5911 STRUCT. PLATE ARCH 16'5" X 9'11"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

6001 STRUCT. PLATE ARCH 16'7" X 10'1"  L.F. SEC. 302 MILL CERTIFICATION (CT# REQUIRED) 

 
 

6120 

 
 
END SECTION 

 
 
12" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6121 

 
 
END SECTION 

 
 
12" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6150 

 
 
END SECTION 

 
 
15" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6151 

 
 
END SECTION 

 
 
15" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6180 

 
 
END SECTION 

 
 
18" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6181 

 
 
END SECTION 

 
 
18" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6210 

 
 
END SECTION 

 
 
21" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6211 

 
 
END SECTION 

 
 
21" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6240 

 
 
END SECTION 

 
 
24" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6241 

 
 
END SECTION 

 
 
24" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 
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6270 

 
 
END SECTION 

 
 
27" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6271 

 
 
END SECTION 

 
 
27" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6300 

 
 
END SECTION 

 
 
30" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6301 

 
 
END SECTION 

 
 
30" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6360 

 
 
END SECTION 

 
 
36" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6361 

 
 
END SECTION 

 
 
36" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6420 

 
 
END SECTION 

 
 
42" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6421 

 
 
END SECTION 

 
 
42" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6480 

 
 
END SECTION 

 
 
48" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6481 

 
 
END SECTION 

 
 
48" ES-1 

  
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6484 

 
 
END SECTION 

 
 
54" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6485 

 
 
END SECTION 

 
 
54" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6490 

 
 
END SECTION 

 
 
60" ES-1 or 2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6491 

 
 
END SECTION 

 
 
60" ES-1 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6495 

 
 
15" END SECTION ES-2 

 
 
15" ES-2 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6500 

 
 
23" X 14" END SECTION ES-1A 

 
 
23" X 14"  ES-1A 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6502 

 
 
30" X 19" END SECTION ES-1A 

 
 
30" X 19"  ES-1A 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6504 

 
 
38" X 24" END SECTION ES-1A 

 
 
38" X214"  ES-1A 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 
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6505 

 
 
42" X 27" END SECTION ES-1A 

 
 
42" X 27"  ES-1A 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6506 

 
 
45" X 29" END SECTION ES-1A 

 
 
45" X 29"  ES-1A 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6507 

 
 
53" X 34" END SECTION ES-1A 

 
 
53" X 34"  ES-1A 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6511 

 
 
END SECTION 

 
 
17" x 13" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6513 

 
 
END SECTION 

 
 
21" x 15" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6516 

 
 
END SECTION 

 
 
24" x 18" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6518 

 
 
END SECTION 

 
 
28" x 20" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6522 

 
 
END SECTION 

 
 
35" x 24" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6527 

 
 
END SECTION 

 
 
42" x 29" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6531 

 
 
END SECTION 

 
 
49" x 33" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6536 

 
 
END SECTION 

 
 
57" x 38" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6540 

 
 
END SECTION 

 
 
64" x 43" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

6544 

 
 
END SECTION 

 
 
71" x 47" ES-3 

  
 
EA. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
6550 

SPEC. DESIGN CONC. SLAB END 

TREATMENT 
   

EA. 
 
PLAN 

 
ACCEPT according to  PROJECT PLANS 

 
6740 

 
DROP INLET 

 
DI-1 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6741 

 
DROP INLET 

 
DI-1A 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6745 

 
DROP INLET 

 
DI-2A 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6746 

 
DROP INLET 

 
DI-2AA 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6747 

 
DROP INLET 

 
DI-2B, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6748 

 
DROP INLET 

 
DI-2B, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6749 

 
DROP INLET 

 
DI-2B, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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6750 

 
DROP INLET 

 
DI-2B, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6751 

 
DROP INLET 

 
DI-2B, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6752 

 
DROP INLET 

 
DI-2B, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6753 

 
DROP INLET 

 
DI-2B, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6754 

 
DROP INLET 

 
DI-2B, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6755 

 
DROP INLET 

 
DI-2B, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6756 

 
DROP INLET 

 
DI-2BB, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6757 

 
DROP INLET 

 
DI-2BB, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6758 

 
DROP INLET 

 
DI-2BB, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6759 

 
DROP INLET 

 
DI-2BB, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6760 

 
DROP INLET 

 
DI-2BB, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6761 

 
DROP INLET 

 
DI-2BB, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6762 

 
DROP INLET 

 
DI-2BB, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6763 

 
DROP INLET 

 
DI-2BB, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6764 

 
DROP INLET 

 
DI-2BB, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6765 

 
DROP INLET 

 
DI-2C, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6766 

 
DROP INLET 

 
DI-2C, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6767 

 
DROP INLET 

 
DI-2C, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6768 

 
DROP INLET 

 
DI-2C, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6769 

 
DROP INLET 

 
DI-2C, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6770 

 
DROP INLET 

 
DI-2C, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6771 

 
DROP INLET 

 
DI-2C, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6772 

 
DROP INLET 

 
DI-2C, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6773 

 
DROP INLET 

 
DI-2CC, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6774 

 
DROP INLET 

 
DI-2CC, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6775 

 
DROP INLET 

 
DI-2CC, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6776 

 
DROP INLET 

 
DI-2CC, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6777 

 
DROP INLET 

 
DI-2CC, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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6778 

 
DROP INLET 

 
DI-2CC, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6779 

 
DROP INLET 

 
DI-2CC, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6780 

 
DROP INLET 

 
DI-2CC, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6781 

 
DROP INLET 

 
DI-2D 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6782 

 
DROP INLET 

 
DI-2DD 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6783 

 
DROP INLET 

 
DI-2E, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6784 

 
DROP INLET 

 
DI-2E, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6785 

 
DROP INLET 

 
DI-2E, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6786 

 
DROP INLET 

 
DI-2E, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6787 

 
DROP INLET 

 
DI-2E, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6788 

 
DROP INLET 

 
DI-2E, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6789 

 
DROP INLET 

 
DI-2E, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6790 

 
DROP INLET 

 
DI-2E, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6791 

 
DROP INLET 

 
DI-2EE, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6792 

 
DROP INLET 

 
DI-2EE, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6793 

 
DROP INLET 

 
DI-2EE, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6794 

 
DROP INLET 

 
DI-2EE, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6795 

 
DROP INLET 

 
DI-2EE, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6796 

 
DROP INLET 

 
DI-2EE, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6797 

 
DROP INLET 

 
DI-2EE, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6798 

 
DROP INLET 

 
DI-2EE, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6799 

 
DROP INLET 

 
DI-2F, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6800 

 
DROP INLET 

 
DI-2F, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6801 

 
DROP INLET 

 
DI-2F, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6802 

 
DROP INLET 

 
DI-2F, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6803 

 
DROP INLET 

 
DI-2F, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6804 

 
DROP INLET 

 
DI-2F, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6805 

 
DROP INLET 

 
DI-2F, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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6806 

 
DROP INLET 

 
DI-2F, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6807 

 
DROP INLET 

 
DI-2FF, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6808 

 
DROP INLET 

 
DI-2FF, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6809 

 
DROP INLET 

 
DI-2FF, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6810 

 
DROP INLET 

 
DI-2FF, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6811 

 
DROP INLET 

 
DI-2FF, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6812 

 
DROP INLET 

 
DI-2FF, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6813 

 
DROP INLET 

 
DI-2FF, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6814 

 
DROP INLET 

 
DI-2FF, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6815 

 
DROP INLET 

 
DI-3A 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6816 

 
DROP INLET 

 
DI-3AA 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6817 

 
DROP INLET 

 
DI-3B, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6818 

 
DROP INLET 

 
DI-3B, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6819 

 
DROP INLET 

 
DI-3B, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6820 

 
DROP INLET 

 
DI-3B, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6821 

 
DROP INLET 

 
DI-3B, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6822 

 
DROP INLET 

 
DI-3B, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6823 

 
DROP INLET 

 
DI-3B, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6824 

 
DROP INLET 

 
DI-3B, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6825 

 
DROP INLET 

 
DI-3B, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6826 

 
DROP INLET 

 
DI-3BB, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6827 

 
DROP INLET 

 
DI-3BB, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6828 

 
DROP INLET 

 
DI-3BB, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6829 

 
DROP INLET 

 
DI-3BB, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6830 

 
DROP INLET 

 
DI-3BB, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6831 

 
DROP INLET 

 
DI-3BB, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6832 

 
DROP INLET 

 
DI-3BB, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6833 

 
DROP INLET 

 
DI-3BB, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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6834 

 
DROP INLET 

 
DI-3BB, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6835 

 
DROP INLET 

 
DI-3C, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6836 

 
DROP INLET 

 
DI-3C, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6837 

 
DROP INLET 

 
DI-3C, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6838 

 
DROP INLET 

 
DI-3C, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6839 

 
DROP INLET 

 
DI-3C, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6840 

 
DROP INLET 

 
DI-3C, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6841 

 
DROP INLET 

 
DI-3C, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6842 

 
DROP INLET 

 
DI-3C, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6843 

 
DROP INLET 

 
DI-3CC, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6844 

 
DROP INLET 

 
DI-3CC, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6845 

 
DROP INLET 

 
DI-3CC, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6846 

 
DROP INLET 

 
DI-3CC, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6847 

 
DROP INLET 

 
DI-3CC, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6848 

 
DROP INLET 

 
DI-3CC, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6849 

 
DROP INLET 

 
DI-3CC, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6850 

 
DROP INLET 

 
DI-3CC, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6851 

 
DROP INLET 

 
DI-3D 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6852 

 
DROP INLET 

 
DI-3DD 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6853 

 
DROP INLET 

 
DI-3E, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6854 

 
DROP INLET 

 
DI-3E, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6855 

 
DROP INLET 

 
DI-3E, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6856 

 
DROP INLET 

 
DI-3E, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6857 

 
DROP INLET 

 
DI-3E, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6858 

 
DROP INLET 

 
DI-3E, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6859 

 
DROP INLET 

 
DI-3E, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6860 

 
DROP INLET 

 
DI-3E, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6861 

 
DROP INLET 

 
DI-3E, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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6862 

 
DROP INLET 

 
DI-3EE, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6863 

 
DROP INLET 

 
DI-3EE, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6864 

 
DROP INLET 

 
DI-3EE, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6865 

 
DROP INLET 

 
DI-3EE, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6866 

 
DROP INLET 

 
DI-3EE, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6867 

 
DROP INLET 

 
DI-3EE, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6868 

 
DROP INLET 

 
DI-3EE, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6869 

 
DROP INLET 

 
DI-3EE, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
6870 

 
DROP INLET 

 
DI-3EE, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7004 

 
DROP INLET 

 
DI-3F, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7006 

 
DROP INLET 

 
DI-3F, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7008 

 
DROP INLET 

 
DI-3F, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7010 

 
DROP INLET 

 
DI-3F, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7012 

 
DROP INLET 

 
DI-3F, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7014 

 
DROP INLET 

 
DI-3F, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7016 

 
DROP INLET 

 
DI-3F, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7018 

 
DROP INLET 

 
DI-3F, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7020 

 
DROP INLET 

 
DI-3FF, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7022 

 
DROP INLET 

 
DI-3FF, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7024 

 
DROP INLET 

 
DI-3FF, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7026 

 
DROP INLET 

 
DI-3FF, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7028 

 
DROP INLET 

 
DI-3FF, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7030 

 
DROP INLET 

 
DI-3FF, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7032 

 
DROP INLET 

 
DI-3FF, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7034 

 
DROP INLET 

 
DI-3FF, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7106 

 
DROP INLET 

 
DI-4A 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7108 

 
DROP INLET 

 
DI-4AA 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7110 

 
DROP INLET 

 
DI-4B, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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7112 

 
DROP INLET 

 
DI-4B, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7114 

 
DROP INLET 

 
DI-4B, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7116 

 
DROP INLET 

 
DI-4B, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7118 

 
DROP INLET 

 
DI-4B, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7120 

 
DROP INLET 

 
DI-4B, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7122 

 
DROP INLET 

 
DI-4B, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7124 

 
DROP INLET 

 
DI-4B, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7126 

 
DROP INLET 

 
DI-4BB, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7128 

 
DROP INLET 

 
DI-4BB, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7130 

 
DROP INLET 

 
DI-4BB, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7132 

 
DROP INLET 

 
DI-4BB, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7134 

 
DROP INLET 

 
DI-4BB, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7136 

 
DROP INLET 

 
DI-4BB, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7138 

 
DROP INLET 

 
DI-4BB, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7140 

 
DROP INLET 

 
DI-4BB, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7206 

 
DROP INLET 

 
DI-4C, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7208 

 
DROP INLET 

 
DI-4C, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7210 

 
DROP INLET 

 
DI-4C, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7212 

 
DROP INLET 

 
DI-4C, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7214 

 
DROP INLET 

 
DI-4C, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7216 

 
DROP INLET 

 
DI-4C, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7218 

 
DROP INLET 

 
DI-4C, L=20 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7220 

 
DROP INLET 

 
DI-4CC,L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7222 

 
DROP INLET 

 
DI-4CC,L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7224 

 
DROP INLET 

 
DI-4CC,L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7226 

 
DROP INLET 

 
DI-4CC,L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7228 

 
DROP INLET 

 
DI-4CC,L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7230 

 
DROP INLET 

 
DI-4CC,L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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7232 

 
DROP INLET 

 
DI-4CC,L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7304 

 
DROP INLET 

 
DI-4D 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7306 

 
DROP INLET 

 
DI-4DD 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7308 

 
DROP INLET 

 
DI-4E, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7310 

 
DROP INLET 

 
DI-4E, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7312 

 
DROP INLET 

 
DI-4E, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7314 

 
DROP INLET 

 
DI-4E, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7316 

 
DROP INLET 

 
DI-4E, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7318 

 
DROP INLET 

 
DI-4E, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7320 

 
DROP INLET 

 
DI-4E, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7322 

 
DROP INLET 

 
DI-4E, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7324 

 
DROP INLET 

 
DI-4EE, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7326 

 
DROP INLET 

 
DI-4EE, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7328 

 
DROP INLET 

 
DI-4EE, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7330 

 
DROP INLET 

 
DI-4EE, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7332 

 
DROP INLET 

 
DI-4EE, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7334 

 
DROP INLET 

 
DI-4EE, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7336 

 
DROP INLET 

 
DI-4EE, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7338 

 
DROP INLET 

 
DI-4EE, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7404 

 
DROP INLET 

 
DI-4F, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7406 

 
DROP INLET 

 
DI-4F, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7408 

 
DROP INLET 

 
DI-4F, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7410 

 
DROP INLET 

 
DI-4F, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7412 

 
DROP INLET 

 
DI-4F, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7414 

 
DROP INLET 

 
DI-4F, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7416 

 
DROP INLET 

 
DI-4F, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7418 

 
DROP INLET 

 
DI-4F, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7420 

 
DROP INLET 

 
DI-4FF, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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7422 

 
DROP INLET 

 
DI-4FF, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7424 

 
DROP INLET 

 
DI-4FF, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7426 

 
DROP INLET 

 
DI-4FF, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7428 

 
DROP INLET 

 
DI-4FF, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7430 

 
DROP INLET 

 
DI-4FF, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7432 

 
DROP INLET 

 
DI-4FF, L=20 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7506 

 
DROP INLET 

 
DI-5 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7508 

 
DROP INLET 

 
DI-7 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7510 

 
DROP INLET 

 
DI-7A 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7512 

 
DROP INLET 

 
DI-7B 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
7514 

 
DROP INLET 

 
DI-9 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8008 

 
DROP INLET 

 
DI-10A, TYPE I 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8010 

 
DROP INLET, TYPE I 

   
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8012 

 
DROP INLET, TYPE II 

 
DI-10A 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8014 

 
DROP INLET, TYPE I 

 
DI-10B, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8016 

 
DROP INLET, TYPE I 

 
DI-10B, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8018 

 
DROP INLET, TYPE I 

 
DI-10B, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8020 

 
DROP INLET, TYPE I 

 
DI-10B, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8022 

 
DROP INLET, TYPE I 

 
DI-10B, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8024 

 
DROP INLET, TYPE I 

 
DI-10B, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8026 

 
DROP INLET, TYPE I 

 
DI-10B, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8028 

 
DROP INLET, TYPE I 

 
DI-10C, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8030 

 
DROP INLET, TYPE I 

 
DI-10C, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8032 

 
DROP INLET, TYPE I 

 
DI-10C, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8034 

 
DROP INLET, TYPE I 

 
DI-10C, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8036 

 
DROP INLET, TYPE I 

 
DI-10C, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8038 

 
DROP INLET, TYPE I 

 
DI-10C, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8040 

 
DROP INLET, TYPE I 

 
DI-10C, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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8042 

 
DROP INLET, TYPE I 

 
DI-10C, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8044 

 
DROP INLET, TYPE II 

 
DI-10A 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8046 

 
DROP INLET, TYPE II 

 
DI-10B, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8048 

 
DROP INLET, TYPE II 

 
DI-10B, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8050 

 
DROP INLET, TYPE II 

 
DI-10B, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8052 

 
DROP INLET, TYPE II 

 
DI-10B, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8054 

 
DROP INLET, TYPE II 

 
DI-10B, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8056 

 
DROP INLET, TYPE II 

 
DI-10B, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8058 

 
DROP INLET, TYPE II 

 
DI-10B, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8060 

 
DROP INLET, TYPE II 

 
DI-10B, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8062 

 
DROP INLET, TYPE II 

 
DI-10B, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8064 

 
DROP INLET, TYPE II 

 
DI-10C, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8066 

 
DROP INLET, TYPE II 

 
DI-10C, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8068 

 
DROP INLET, TYPE II 

 
DI-10C, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8069 

 
DROP INLET, TYPE II 

 
DI-10C, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8070 

 
DROP INLET, TYPE II 

 
DI-10C, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8072 

 
DROP INLET, TYPE II 

 
DI-10C, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8074 

 
DROP INLET, TYPE II 

 
DI-10C, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8076 

 
DROP INLET, TYPE II 

 
DI-10C, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8078 

 
DROP INLET, TYPE I 

 
DI-10D 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8080 

 
DROP INLET, TYPE II 

 
DI-10D 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8082 

 
DROP INLET, TYPE III 

 
DI-10D 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8084 

 
DROP INLET, TYPE I 

 
DI-10E, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8086 

 
DROP INLET, TYPE I 

 
DI-10E, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8088 

 
DROP INLET, TYPE I 

 
DI-10E, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8090 

 
DROP INLET, TYPE I 

 
DI-10E, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8092 

 
DROP INLET, TYPE I 

 
DI-10E, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8094 

 
DROP INLET, TYPE I 

 
DI-10E, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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8096 

 
DROP INLET, TYPE I 

 
DI-10E, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8098 

 
DROP INLET, TYPE I 

 
DI-10E, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8100 

 
DROP INLET, TYPE I 

 
DI-10E, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8102 

 
DROP INLET, TYPE I 

 
DI-10F, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8104 

 
DROP INLET, TYPE I 

 
DI-10F, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8106 

 
DROP INLET, TYPE I 

 
DI-10F, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8108 

 
DROP INLET, TYPE I 

 
DI-10F, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8110 

 
DROP INLET, TYPE I 

 
DI-10F, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8112 

 
DROP INLET, TYPE I 

 
DI-10F, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8114 

 
DROP INLET, TYPE I 

 
DI-10F, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8116 

 
DROP INLET, TYPE I 

 
DI-10F, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8118 

 
DROP INLET, TYPE II 

 
DI-10E, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8120 

 
DROP INLET, TYPE II 

 
DI-10E, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8122 

 
DROP INLET, TYPE II 

 
DI-10E, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8124 

 
DROP INLET, TYPE II 

 
DI-10E, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8126 

 
DROP INLET, TYPE II 

 
DI-10E, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8128 

 
DROP INLET, TYPE II 

 
DI-10E, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8130 

 
DROP INLET, TYPE II 

 
DI-10E, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8132 

 
DROP INLET, TYPE II 

 
DI-10E, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8134 

 
DROP INLET, TYPE II 

 
DI-10E, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8136 

 
DROP INLET, TYPE II 

 
DI-10F, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8138 

 
DROP INLET, TYPE II 

 
DI-10F, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8140 

 
DROP INLET, TYPE II 

 
DI-10F, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8142 

 
DROP INLET, TYPE II 

 
DI-10F, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8144 

 
DROP INLET, TYPE II 

 
DI-10F, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8146 

 
DROP INLET, TYPE II 

 
DI-10F, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8148 

 
DROP INLET, TYPE II 

 
DI-10F, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8150 

 
DROP INLET, TYPE II 

 
DI-10F, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 
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8152 

 
DROP INLET, TYPE III 

 
DI-10E, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8154 

 
DROP INLET, TYPE III 

 
DI-10E, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8156 

 
DROP INLET, TYPE III 

 
DI-10E, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8158 

 
DROP INLET, TYPE III 

 
DI-10E, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8160 

 
DROP INLET, TYPE III 

 
DI-10E, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8162 

 
DROP INLET, TYPE III 

 
DI-10E, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8164 

 
DROP INLET, TYPE III 

 
DI-10E, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8166 

 
DROP INLET, TYPE III 

 
DI-10E, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8168 

 
DROP INLET, TYPE III 

 
DI-10E, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8170 

 
DROP INLET, TYPE III 

 
DI-10F, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8172 

 
DROP INLET, TYPE III 

 
DI-10F, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8174 

 
DROP INLET, TYPE III 

 
DI-10F, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8176 

 
DROP INLET, TYPE III 

 
DI-10F, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8178 

 
DROP INLET, TYPE III 

 
DI-10F, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8180 

 
DROP INLET, TYPE III 

 
DI-10F, L=16' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8182 

 
DROP INLET, TYPE III 

 
DI-10F, L=18' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8184 

 
DROP INLET, TYPE III 

 
DI-10F, L=20' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8206 

 
DROP INLET 

 
DI-11 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8208 

 
DROP INLET 

 
DI-11A 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8900 

 
DROP INLET 

 
DI-12, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8902 

 
DROP INLET 

 
DI-12, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8904 

 
DROP INLET 

 
DI-12, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8906 

 
DROP INLET 

 
DI-12, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8908 

 
DROP INLET 

 
DI-12, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8910 

 
DROP INLET 

 
DI-12, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8912 

 
DROP INLET 

 
DI-12A, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8914 

 
DROP INLET 

 
DI-12A, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8916 

 
DROP INLET 

 
DI-12A, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

23 of 47 



24 of 47 

 

 

CONTRACT 

LINE 
 

LINE ITEM 
 

MATERIAL 
 

LINE ITEM 
 
PAY 

ROAD & 

BRIDGE 
 

MANUAL of  INSTRUCTIONS 

 
ITEM NUMBER 

 
DESCRIPTION 

 
TYPE or SIZE 

 
SUB-COMPONENTS 

 
UNIT 

 
SECTION 

 
METHOD OF ACCEPTANCE 

 
8918 

 
DROP INLET 

 
DI-12A, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8920 

 
DROP INLET 

 
DI-12A, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8922 

 
DROP INLET 

 
DI-12A, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8924 

 
DROP INLET 

 
DI-12B, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8926 

 
DROP INLET 

 
DI-12B, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8930 

 
DROP INLET 

 
DI-12B, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8932 

 
DROP INLET 

 
DI-12B, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8934 

 
DROP INLET 

 
DI-12B, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8936 

 
DROP INLET 

 
DI-12B, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8938 

 
DROP INLET 

 
DI-12C, L=4' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8940 

 
DROP INLET 

 
DI-12C, L=6' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8942 

 
DROP INLET 

 
DI-12C, L=8' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8944 

 
DROP INLET 

 
DI-12C, L=10' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8946 

 
DROP INLET 

 
DI-12C, L=12' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8948 

 
DROP INLET 

 
DI-12C, L=14' 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
8950 

 
DROP INLET 

 
DI-11B 

  
EA. 

 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
9125 

 
ENERGY DISSIPATOR 

 
EG-1A   PC 

  
EA. 

 
SEC. 502 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
9126 

 
ENERGY DISSIPATOR 

 
EG-1A 

  
EA. 

 
SEC. 502 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
 

9136 

 
 
EROSION CONT. TREAT. 

 
 
TY. A   EC-1 

CLASS I  RIP RAP AND 

/ OR CLASS II RIP 

RAP 

 
 
TONS 

 
 
SEC. 414 

 
 
TL-102  (visual inspection) 

 
 

9137 

 
 
EROSION CONT. TREAT. 

 
 
TY. A   EC-1 

CLASS I  RIP RAP AND 

/ OR CLASS II RIP 

RAP 

 
 
S.Y. 

 
 
SEC. 414 

 
 
TL-102  (visual inspection) 

 
 

9146 

 
 
EROSION CONT. TREAT. 

 
 
TY. B   EC-1 

CLASS I  RIP RAP AND 

/ OR CLASS II RIP 

RAP 

 
 
TONS 

 
 
SEC. 414 

 
 
TL-102  (visual inspection) 

 
 

9147 

 
 
EROSION CONT. TREAT. 

 
 
TY. B   EC-1 

CLASS I  RIP RAP AND 

/ OR CLASS II RIP 

RAP 

 
 
S.Y. 

 
 
SEC. 414 

 
 
TL-102  (visual inspection) 

 
9150 

 
EROSION CONTROL STONE CLASS I, EC-1 

   
TONS 

 
SEC. 414 

 
TL-102  (visual inspection) 

 GEOTEXTILE - RIP RAP BEDDING 

MATERIAL 
   

SY. 
  

CERTIFIED DELIVERY TICKET FROM QA SUPPLIER 

 
9151 

 
EROSION CONTROL STONE CLASS I, EC-1 

   
S.Y. 

 
SEC. 414 

 
TL-102  (visual inspection) 

 RIP RAP, CL. I     TL-102  (visual inspection) 
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 GEOTEXTILE - RIP RAP BEDDING 

MATERIAL 
     

CERTIFIED DELIVERY TICKET QA SUPPLIER 

 
9152 

 
EROSION CONTROL STONE CLASS II, EC-1 

   
TONS 

 
SEC. 414 

 
TL-102  (visual inspection) 

 RIP RAP, CL. I     TL-102  (visual inspection) 

 GEOTEXTILE - RIP RAP BEDDING 

MATERIAL 
     

CERTIFIED DELIVERY TICKET FROM QA SUPPLIER 

 
9153 

 
EROSION CONTROL STONE CLASS II, EC-1 

   
S.Y. 

 
SEC. 414 

 
TL-102  (visual inspection) 

 RIP RAP, CL. I     TL-102  (visual inspection) 

 GEOTEXTILE - RIP RAP BEDDING 

MATERIAL 
     

CERTIFIED DELIVERY TICKET FROM QA SUPPLIER 

9155 GABIONS   C.Y. SEC. 610  
 

9165 
 
PIPE SPILLOUT 

 
PS-2 

  
EA. 

 
SEC. 302 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

CERTIFICATION (physical & chemical analysis) 

 
9175 

 
PIPE SPILLOUT 

 
PS-3 

  
EA. 

 
SEC. 302 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

CERTIFICATION (physical & chemical analysis) 

 
9185 

 
PAVED DITCH 

 
PG-2A 

  
S.Y. 

 
SEC. 502 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

CERTIFICATION (physical & chemical analysis) 

 
9215 

 
PAVED DITCH 

 
PG-5 

  
S.Y. 

 
SEC. 502 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

CERTIFICATION (physical & chemical analysis) 

 
9225 

 
PAVED FLUME 

 
PG-4 

  
S.Y. 

 
SEC. 502 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

CERTIFICATION (physical & chemical analysis) 

 
9235 

 
PAVED DITCH 

 
PG-6A 

  
S.Y. 

 
SEC. 502 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

MANUFACTURER CERTIFICATION (physical & chemical analysis) 

 
9245 

 
PAVED DITCH 

 
PG-6B 

  
S.Y. 

 
SEC. 502 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

CERTIFICATION (physical & chemical analysis) 

 
9247 

 
PAVED FLUME 

 
PG-7 

  
S.Y. 

 
SEC. 502 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

CERTIFICATION (physical & chemical analysis) 

 
9248 

 
PAVED FLUME CONNECTOR 

 
PG-7 

  
EA. 

 
SEC. 502 

APPROVED MIX DESIGN, STEEL CERTIFICATION, WIRE MESH 

CERTIFICATION (physical & chemical analysis) 

 
9250 

 
SLOPE DRAIN 

   
EA. 

SEC.303/ 

PLAN 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

9255 BR. DRAINAGE APRON & CHUTE   DA-1   S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   WIRE MESH LBS. SEC. 223 CERTIFICATION (physical & Chemical analysis) 

   
UNCOATED BLACK 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

 
MANUFACTURER CERTIFICATION (physical & chemical analysis 

9265 BR. DRAINAGE APRON & CHUTE   DA-2   S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   WIRE MESH LBS. SEC. 223 CERTIFICATION (physical & Chemical analysis) 

   
UNCOATED BLACK 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

 
CERTIFIED DELIVERY TICKET 

9275 BR. DRAINAGE APRON & CHUTE   DA-3   S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   WIRE MESH LBS. SEC. 223 CERTIFICATION (physical & Chemical analysis) 

   
UNCOATED BLACK 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

 
CERTIFIED DELIVERY TICKET 

9285 BR. DRAINAGE APRON & CHUTE   DA-3A   S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   WIRE MESH LBS. SEC. 223 CERTIFICATION (physical & Chemical analysis) 

   
UNCOATED BLACK 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

 
CERTIFIED DELIVERY TICKET 

9290 BR. DRAINAGE APRON   S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   WIRE MESH LBS. SEC. 223 CERTIFICATION (physical & Chemical analysis) 
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10000 LIME   TON SEC. 306 APPROVED LIST  (LIST # 6) 

10002 FLY ASH   TON SEC. 306 LETTER of CERT. from FLY ASH SUPPLIER 

10011 HYDRAULIC CEMENT   TON SEC. 307 LETTER of CERT. from FLY ASH SUPPLIER 

 
10013 

 
CEM. STAB. AGGR. MAT'L. 

 
NO. 21A 

  
TON 

 
SEC. 307 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10017 

 
CEM. STAB. AGGR. TY.I 

 
NO. 21A 

  
TON 

 
SEC. 307 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10025 

 
FILTER FABRIC SUBBASE STABILIZATION 

   
S.Y. 

 
SPEC. PROV. 

 
CERTIFIED DELIVERY TICKET FROM QA SUPPLIER 

 
10026 

 
MANIPULATION 6" 

   
S.Y. 

SEC. 306 & 

307 
 
MANUFACTURERS  ANNUAL CERTIFICATION 

 
10028 

 
MANIPULATION 8" 

   
S.Y. 

SEC. 306 & 

307 
 
MANUFACTURERS  ANNUAL CERTIFICATION 

 
10039 

 
COVER MAT'L, FINE AGGR. or AGGR. NO. 8 

   
TON 

 
SEC. 313 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10040 

 
COVER MATERIAL, 

 
FINE AGGREGATE 

  
TON 

 
SEC. 313 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10041 

 
COVER MAT'L, FINE AGGR. or AGGR. NO.10 

   
TON 

 
SEC. 313 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10060 

ASPH. STAB. OPEN GRADED DRAINAGE 

LAYER 
   

TON 
 
SPEC. PROV. 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10061 

 
STAB. OPEN GRADED MATERIAL 

   
TON 

 
SPEC. PROV. 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10065 

 
AGGREGATE MATERIAL 

 
NO. 1 

  
TON 

SEC. 308 & 

309 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10066 

 
AGGREGATE MATERIAL 

 
NO. 18 

  
TON 

 
SEC. 305 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10090 

 
AGGREGATE MATERIAL 

 
NO. 21A 

  
TON 

SEC. 308 & 

309 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10100 

 
AGGREGATE MATERIAL 

 
NO. 21B 

  
TON 

SEC. 308 & 

309 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10103 

 
AGGREGATE MATERIAL 

 
NO. 25 or 26 

  
TON 

SEC. 308 & 

309 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10121 

 
AGGR. BASE, TYPE I 

 
NO. 21A or 21B 

  
TON 

SEC. 308 & 

309 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10123 

 
AGGR. BASE, TYPE I 

 
NO. 21A 

  
TON 

SEC. 308 & 

309 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
10128 

 
AGGR. BASE, TYPE I 

 
NO. 21B 

  
TON 

SEC. 308 & 

309 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

10300 CALCIUM CHLORIDE   TON SEC. 309 SAMPLED PER 4000 TONS 

10310 SODIUM CHLORIDE   TON SEC. 309 SAMPLE PER 4000 TONS 

 
10416 

 
LIQUID ASPHALT 

   
GAL. 

SEC. 311 & 

313 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
10420 

 
BLOTTED SEAL COAT 

 
TYPE B 

  
S.Y. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (VAAP) for LIQUID & TL102 QUALITY 

ASSURANCE PROGRAM for STONE 

 
10422 

 
BLOTTED SEAL COAT 

 
TYPE C 

  
S.Y. 

 
SPEC. PROV. 

 

  RC-70, RC-250,MC- 

70 & MC-250 
 
LIQUID ASPHALT 

 
GAL. 

 
SEC. 210 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

  CRS2, CMS-2 or 

CMS-2h 
 
LIQUID ASPHALT 

 
GAL. 

 
SEC. 210 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

   
NO. 68 

 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   
NO. 8P 

 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 
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GRADING B 

 
FINE AGGREGATE 

 
TONS 

 
SEC. 202 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10423 

 
BLOTTED SEAL COAT 

 
TYPE C-1 

  
S.Y. 

 
SPEC. PROV. 

 

  CRS2, CMS-2 or 

CMS-2h 
 
LIQUID ASPHALT 

 
GAL. 

 
SEC. 210 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

   
NO. 8P 

 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   
GRADING B 

 
FINE AGGREGATE 

 
TONS 

 
SEC. 202 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10424 

 
BLOTTED SEAL COAT 

 
TYPE D 

  
S.Y. 

 
SPEC. PROV. 

 

   
RC-70,RC- 

250,MC70 orMC-250 

 
 
LIQUID ASPHALT 

 
 
GAL. 

 
 
SEC. 210 

 
CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

  CRS2, CMS-2 or 

CMS-2h 
 
LIQUID ASPHALT 

 
GAL. 

 
SEC. 210 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

   
NO. 68 

 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   
NO. 8P 

 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   
GRADING B 

 
FINE AGGREGATE 

 
TONS 

 
SEC. 202 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10468 

 
COVER MAT'L. AGGR. 

 
NO. 68 

  
TONS 

 
SEC. 313 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10478 

 
COVER MAT'L. AGGR. 

 
NO. 78 

  
TONS 

 
SEC. 313 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10480 

 
COVER MAT'L. AGGR. 

 
NO. 8 

  
TONS 

 
SEC. 313 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10482 

 
COVER MAT'L. AGGR. 

 
NO. 8P 

  
TONS 

 
SEC. 313 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
10570 

 
COAL TAR PITCH EMULSION 

   
S.Y. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
10582 

 
ASPHALT CONCRETE, 

 
TYPE SM-9.5A 

  
TONS 

 
SEC. 315 

DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

  CRS-1,CRS-2,CRS- 

1h or CSS-1h 
 
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
10583 

 
ASPHALT CONCRETE, 

TYPE SM-9.5A 

or12.5A* 
  

TONS 
 
SEC. 315 

DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

    
LIQUID ASPHALT 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
 

10584 

 
 
ASPHALT CONCRETE, 

TYPE SM-9.5A 

or12.5D* (Except for 

extreme loads) 

  
 
TONS 

 
 
SEC. 315 

 
DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

  CRS-1,CRS-2,CRS- 

1h or CSS-1h 
 
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
 

10585 

 
 
ASPHALT CONCRETE, 

TYPE SM-9.5A 

or12.5D* (Except for 

extreme loads) 

  
 
TONS 

 
 
SEC. 315 

 
DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

  CRS-1,CRS-2,CRS- 

1h or CSS-1h 
 
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
 

10586 

 
 
ASPHALT CONCRETE, 

TYPE SM-12.5A (or 

SM-19.0A in unusual 

situations) 

  
 
TONS 

 
 
SEC. 315 

 
DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

  CRS-1,CRS-2,CRS- 

1h or CSS-1h 
 
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 
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10587 

 
 
ASPHALT CONCRETE, 

TYPE SM-12.5D (or 

SM-19.0D in unusual 

situations) 

  
 
TONS 

 
 
SEC. 315 

 
DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

  CRS-1,CRS-2,CRS- 

1h or CSS-1h 
 
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
 

10588 

 
 
ASPHALT CONCRETE, 

TYPE SM-12.5D (or 

SM-19.0D in unusual 

situations) 

  
 
TONS 

 
 
SEC. 315 

 
DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

  CRS-1,CRS-2,CRS- 

1h or CSS-1h 
 
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
10589 

 
ASPHALT CONCRETE, 

 
TYPE IM19.0A 

  
TONS 

 
SEC. 315 

DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

  CRS-1,CRS-2,CRS- 

1h or CSS-1h 
 
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
10590 

 
ASPHALT CONCRETE, 

 
TYPE IM19.0D 

  
TONS 

 
SEC. 315 

DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

  CRS-1,CRS-2,CRS- 

1h or CSS-1h 
 
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
10592 

 
ASPHALT CONCRETE, 

 
TYPE BM-25.0 

  
TONS 

 
SEC. 315 

DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

 
10593 

 
ASPHALT CONCRETE, 

 
TYPE BM-37.5 

  
TONS 

 
SEC. 315 

DAILY SUMMARY SHEET,  TL102 (STAMPED QA) QUALITY ASSURANCE 

PROGRAM 

10630 FLEXIBLE PAVEMENT PLANING   S.Y. SEC. 515 N/A  (MILLING) 

10632 RIGID PAVEMENT PLANING   S.Y. SEC. 515 N/A  (MILLING) 

11020 BRIDGE APPR. SLAB CL. A-4  C.Y. SEC. 316 APPROVED MIX DESIGN 

11030 BRIDGE APPR. SLAB REINF. STEEL  LBS. SEC. 316 CERTIFIED DELIVERY TICKET 

11039 CONC. ENTR. PAVE. 6"  S.Y. SEC. 316  
  CL. A-3 H.E.S. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

11040 CONC. ENTR. PAVE. 7" CONC. ENTR. PAVE. S.Y. SEC. 316  
  CL. A-3 H.E.S. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12020 STD. CURB CG-2  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12022 RADIAL CURB CG-2  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12030 STD. CURB CG-3  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12032 RADIAL CURB CG-3  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12111 STD. MEDIAN CURB MC-1  L.F. SEC. 502 APPROVED MIX DESIGN 

12113 RADIAL MEDIAN CURB MC-1  L.F. SEC. 502 APPROVED MIX DESIGN 

 
12310 

 
ASPHALT CONCRETE CURB, TYPE C 

   
L.F. 

 
SEC. 502 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
12311 

 
ASPHALT CONCRETE CURB, MC-3 

   
L.F. 

 
SEC. 502 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
12321 

 
ASPHALT CONCRETE CURB, MC-3A 

   
L.F. 

 
SEC. 502 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
12322 

 
ASPHALT CONCRETE CURB, MC-3B 

   
L.F. 

 
SEC. 502 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
12323 

 
ASPHALT CONCRETE CURB, MC-3C 

   
L.F. 

 
SEC. 502 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
12505 

ASPHALT CONCRETE CURB BACKUP 

MAT'L. 
   

TONS 
 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

12600 STD. COMB. C & G CG-6  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12610 RADIAL COMB. C & G CG-6  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 
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12700 STD. COMB. C & G CG-7  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12710 RADIAL COMB. C & G CG-7  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12800 STD. GUTTER CG-8  S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12810 RADIAL GUTTER CG-8  S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12910 ENTRANCE GUTTER CG-9A  S.Y. SEC. 502  
  CL. A-3 H.E.S. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12920 ENTRANCE GUTTER CG-9B  S.Y. SEC. 502  
  CL. A-3 H.E.S. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12930 ENTRANCE GUTTER CG-9C  S.Y. SEC. 502  
  CL. A-3 H.E.S. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

12940 ENTRANCE GUTTER CG-9D  S.Y. SEC. 502  
  CL. A-3 H.E.S. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

13102 RADIAL COMB. CURB & GUTTER, CG-11   L.F. SEC. 502  
  CL. A-3 H.E.S. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

 
13172 

 
CATTLE GUARD 

 
G-2 

  
EA. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
13173 

 
CATTLE GUARD 

 
G-3 

  
EA. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

 
13174 

 
CATTLE GUARD 

 
G-3A 

  
EA. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (vpcpqap) VDOT PRECAST CONCRETE 

PRODUCTS QUALITY ASSURANCE PROGRAM 

13210 R/W MONUMENT RM-1  EA. SEC. 503 VISUAL 

13212 R/W MONUMENT RM-2  EA. SEC. 503 VISUAL 

13215 MAILBOX POST, SINGLE   EA. ATTD. VISUAL 

13220 CEM. CONC. SIDEWALK   S.Y. SEC. 504  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

13224 EXPOSED AGGR. SIDEWALK   S.Y. SEC. 504  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

13232 GEOTEXTILE DRAINAGE FABRIC   S.Y. SEC. 504 TEST REPORT # TL109 or CERTIFIED DELIVERY 

 
13250 

 
BEDDING MATERIAL 

   
TON 

 
SEC. 504 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

13320 GUARDRAIL GR-2  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  6' POSTS  (WOOD) EA. SEC. 221 MANUFACTURERS  ANNUAL CERTIFICATION   (WOOD) 

   OFFSET BLOCKS 

(WOOD) 
 
EA. 

 
SEC. 221 

 
MANUFACTURERS  ANNUAL CERTIFICATION   (WOOD) 

13331 RADIAL GUARDRAIL GR-2  L.F. SEC. 505 MANUFACTURERS  ANNUAL CERTIFICATION   (WOOD) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  6' POSTS  (WOOD) EA. SEC. 221 MANUFACTURERS  ANNUAL CERTIFICATION   (WOOD) 

   OFFSET BLOCKS 

(WOOD) 
 
EA. 

 
SEC. 221 

 
MANUFACTURERS  ANNUAL CERTIFICATION   (WOOD) 

13335 GUARDRAIL GR-3  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13336 GUARDRAIL TERMINAL GR-3  EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

 
13341 

 
GUARDRAIL TERMINAL 

GR-6 WEATH. 

STEEL 
  

L.F. 
 
SEC. 505 

 
APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  6' POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   OFFSET BLOCKS 

(WOOD) 
 
EA. 

 
SEC. 221 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

       
13343 GUARDRAIL TERMINAL GR-6  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  6' POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 
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   OFFSET BLOCKS 

(WOOD) 
 
EA. 

 
SEC. 221 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

13344 GUARDRAIL TERMINAL GR-7  EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) NCHRP 350 APPROVED 

   
6" X 8" X 42" 

TREATED WOOD 

POST 
 
EA. 

 
SEC. 236 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   
6" X 8" 6' 

TREATED WOOD 

POST 
 
EA. 

 
SEC. 236 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   TREATED WOOD 

OFFSET BLOCK 
 
EA. 

 
SEC. 236 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   POST EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   OFFSET BLOCK EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

  6" X 8" X 5' STEEL TUBE EA. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

 
13347 

 
GUARDRAIL TERMINAL 

GR-7 WEATH. 

STEEL 
  

EA. 
 
SEC. 505 

 
APPROVED LIST    ( SEE LIST # 12) 

   
6" X 8" X 42" 

TREATED WOOD 

POST 
 
EA. 

 
SEC. 236 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   
6" X 8" 6' 

TREATED WOOD 

POST 
 
EA. 

 
SEC. 236 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   TREATED WOOD 

OFFSET BLOCK 
 
EA. 

 
SEC. 236 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   OFFSET BLOCKS 

(WOOD) 
 
EA. 

 
SEC. 221 

 
QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

  6" X 8" X 5' STEEL TUBE EA. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

13351 GUARDRAIL GR-8  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  5'3" POSTS EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

13352 GUARDRAIL GR-8A  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  5'3" POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

13353 GUARDRAIL GR-8B  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  5'3" POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

13357 GUARDRAIL TERMINAL GR-8  TY.I  EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

  UNCOATED 

"BLACK" 
 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

 
CERTIFIED DELIVERY TICKET 

13359 GUARDRAIL TERMINAL GR-8 TY. II  EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

  UNCOATED 

"BLACK" 
 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

 
CERTIFIED DELIVERY TICKET 

13361 RADIAL GUARDRAIL GR-8  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  5' 3" POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

13363 RADIAL GUARDRAIL GR-8A  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  5' 3" POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

13365 RADIAL GUARDRAIL GR-8B  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  5' 3" POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

13367 RADIAL GUARDRAIL GR-8C  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  5' 3" POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

13370 SPEC. DES. GUARDRAIL ATTACH. B/ST--   L.S. SEC. 505. APPROVED LIST    ( SEE LIST # 12) 
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13375 

 
RAILING, TEXAS T-6 

   
L.F. 

SEC. 410 & 

505 
 
APPROVED LIST    ( SEE LIST # 12) 

  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

13383 FIXED OBJECT ATTACH. GR-FOA-1, TY. I   EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

   RAIL L.F. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

  7' POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

  6' POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

  9' 11" RUB RAIL EA. SEC. 221 APPROVED LIST    ( SEE LIST # 12) 

   OFFSET BLOCKS EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   STD. TERMINAL 

CONNECTOR 
 
EA. 

 
SEC. 221 

 
APPROVED LIST    ( SEE LIST # 12) 

13384 FIXED OBJECT ATTACH. GR-FOA-1, TY. II   EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

  6' POSTS  (WOOD) EA. SEC. 221 QUALIFIED WOOD CCA TREATMENT PLANTS (SEE LIST  # 45) 

   STD. TERMINAL 

CONNECTOR 
 
EA. 

 
SEC. 221 

 
APPROVED LIST    ( SEE LIST # 12) 

13387 FIXED OBJECT ATTACH. GR-FOA-3   EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13389 FIXED OBJECT ATTACH. GR-FOA-4, TY. I   EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13390 FIXED OBJECT ATTACH. GR-FOA-4, TY. II   EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13391 FIXED OBJECT ATTACH GR-FOA-4, TY. III   EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13392 FIXED OBJECT ATTACH. GR-FOA-2, TY. I   EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13393 FIXED OBJECT ATTACH. GR-FOA-2, TY. II   EA. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13421 MEDIAN BARRIER    (guard rail) MB-3  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13422 MEDIAN BARRIER    (guard rail) MB-3A  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13450 MEDIAN BARRIER    (guard rail) MB-5  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13451 MEDIAN BARRIER    (guard rail) MB-5A  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

13452 MEDIAN BARRIER    (guard rail) MB-5B  L.F. SEC. 505 APPROVED LIST    ( SEE LIST # 12) 

 
13453 

 
MEDIAN BARRIER TERMINAL, MB-5 TYPE I 

   
EA. 

 
SEC. 505 

 
APPROVED LIST    ( SEE LIST # 12) 

 
13454 

 
MEDIAN BARRIER TERMINAL, MB-5 TYPE II 

   
EA. 

 
SEC. 505 

 
APPROVED LIST    ( SEE LIST # 12) 

13471 MEDIAN BARRIER   (concrete) MB-7A  L.F. SEC. 502 CERTIFIED DELIVERY  or APPROVED MIX DESIGN  if poured in place 

13472 MEDIAN BARRIER   (concrete) MB-7B  L.F. SEC. 502 CERTIFIED DELIVERY  or APPROVED MIX DESIGN  if poured in place 

13473 MEDIAN BARRIER   (concrete) MB-7C  L.F. SEC. 502 CERTIFIED DELIVERY  or APPROVED MIX DESIGN  if poured in place 

13520 RETAINING WALL RW-2  C.Y. SEC. 506  
  CL. A-3 STRUCT. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

13530 RETAINING WALL RW-3  C.Y. SEC. 506  
  CL. A-3 STRUCT. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

13540 RETAINING WALL CL. A-3 STRUCT.  C.Y. SEC. 404  
13545 UNCOATED "BLACK" REINF. STEEL  LB. SEC. 406 CERTIFIED DELIVERY TICKET 

13550 CONCRETE CRIBBING CW-1  C.F. SEC. 506 APPROVED MIX DESIGN 

13561 POROUS BACKFILL   C.Y. SEC. 401  
       
   

NO. 8 or NO. 78 
 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102(STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

13580 DAMP-PROOFING   S.Y. SEC. 417  
    

PRIMER 
 
GAL. 

 
SEC. 213 

1 DRUM OR LESS MODIFIED ACCEPTANCE / SAMPLE (if more than 1 

DRUM) 

    
ASPHALT 

 
GAL. 

 
SEC. 213 

1 DRUM OR LESS MODIFIED ACCEPTANCE / SAMPLE (if more than 1 

DRUM) 

 
13590 

 
TRAFFIC BARRIER SERVICE - GUARDRAIL 

   
L.F. 

 
SEC. 512 

 
APPROVED LIST # 12 

13600 IMPACT  ATTENUATION UNIT   EA. PLAN VISUAL 

 
16120 

EMULSION ASPHALT SLURRY SEAL, TYPE 

B 
   

S.Y. 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 
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FINE AGGREGATE 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
16130 

EMULSION ASPHALT SLURRY SEAL, TYPE 

C 
   

S.Y. 
 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

    
FINE AGGREGATE 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
16144 

 
LATEX MOD. EMULSION TREAT., TYPE B 

   
TONS 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

    
FINE AGGREGATE 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
16145 

 
LATEX MOD. EMULSION TREAT., TYPE C 

   
TONS 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

    
FINE AGGREGATE 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
16146 

 
LATEX MOD. EMULSION TREAT., RUT FILL. 

   
TONS 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

       
    

FINE AGGREGATE 
  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
16161 

 
MODIFIED SINGLE SEAL 

   
S.Y. 

 
SPEC. PROV. 

 

    
FINE AGGREGATE 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   
NO. 8 

 
AGGREGATE 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
16162 

 
MODIFIED DOUBLE SEAL 

   
S.Y. 

 
SPEC. PROV. 

 

    
FINE AGGREGATE 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   
NO.8 

 
AGGREGATE 

  DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
16242 

AGGR. BASE MAT'L. TY. I or II NO, 21A or 

21B 
   

TONS 
 
SPEC. PROV. 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
16252 

 
LIQUID ASPHALT MAT'L. 

 
CRS-2 

  
GAL. 

 
SPEC. PROV. 

CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
16286 

ASPHALT. CONC., TYPE BM-25.0 

w/TRENCHING 
   

TONS 
 
SPEC. PROV. 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

    
LIQUID ASPHALT 

  CERTIFIED DELIVERY TICKET  (VAAP) VA. ASPHALT ACCEPTANCE 

PROGRAM 

 
16325 

 
ASPHALT CONC. TY. IM-19.OA TRENCHING 

   
TON 

 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
16330 

 
ASPHALT CONC. TY. SM-9.0A 

   
TON 

 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
16335 

 
ASPHALT CONC. TY. SM-9.5A 

   
TON 

 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
16340 

 
ASPHALT CONC. TY. SM-9.5D 

   
TON 

 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
16350 

 
ASPHALT CONC. TY. SM-12.5A 

   
TON 

 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
16355 

 
ASPHALT CONC. TY. SM-12.5D 

   
TON 

 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
16375 

 
ASPHALT CONC. TY. BM-25.0 

   
TON 

 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

 
16376 

 
ASPHALT CONC. TY. BM-25.0T TRENCHING 

   
TON 

 
SEC. 315 

DAILY SUMMARY SHEET, TL102 (STAMPED Q.A)  QUALITY ASSURANCE 

PROGRAM 

16386 FLEXIBLE PAVEMENT PLANING   S.Y. SEC. 515 NA / MILLING 
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17451 GUARDRAIL DELINEATOR   EA. SEC. 702 APPROVED LIST # 23 

21020 MEDIAN STRIP MS-1  S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

21110 MEDIAN STRIP MS-1A  S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

21210 MEDIAN STRIP MS-4  S.Y. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

21215 MEDIAN STRIP MS-2  L.F. SEC. 502  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

22501 FENCE FE-W1  L.F. SEC. 507  
   WOVEN WIRE L.F. SEC. 242 APPROVED LIST #69 or #70 

   BARB WIRE L.F. SEC. 242 APPROVED LIST #69 or #70 

    
POSTS 4" x 8' 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT 

22511 FENCE FE-W2  L.F. SEC. 507  
   WOVEN WIRE L.F. SEC. 242 APPROVED LIST #69 or #70 

   BARB WIRE L.F. SEC. 242 APPROVED LIST #69 or #70 

    
POSTS 4" x 8' 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT 

 
22541 

 
LINE BRACE UNIT 

 
FE-W1, FE-W2 

  
EA. 

 
SEC. 507 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   
POSTS  6" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   
BRACES 4" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   
BRACES 4" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   BRACE WIRE - 9 

GAGE 
 
L.F. 

 
SEC. 242 

 
APPROVED LIST #69 or #70 

 
22581 

 
CORNER BRACE UNIT 

 
FE-W1,FE-W2 

  
EA. 

 
SEC. 509 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT 

   
POSTS  6" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

    
BRACES 4" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

    
BRACES 4" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   BRACE WIRE - 9 

GAGE 
 
L.F. 

 
SEC. 242 

 
 APPROVED LIST #69 or #70 

22643 FENCE FE-CL  L.F. SEC. 507 APPROVED LIST #69 or #70 

22653 LINE BRACE UNIT FE-CL  EA. SEC. 507 APPROVED LIST #69 or #70 

22663 CORNER BRACE UNIT FE-CL  EA. SEC. 507 APPROVED LIST #69 or #70 

22674 GATE FE-CL, L=3'  EA. SEC. 507 VISUAL 

22675 GATE FE-CL, L=10'  EA. SEC. 507 VISUAL 

22676 GATE FE-CL, L=12'  EA. SEC. 507 VISUAL 

22677 GATE FE-CL, L=14'  EA. SEC. 507 VISUAL 

22681 FENCE FE-B  L.F. SEC. 507  
  BARB WIRE  L.F. SEC. 242 APPROVED LIST #69 or #70 

   
POSTS 4" x 7'6" 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

 
22721 

 
LINE BRACE UNIT 

 
FE-B 

  
EA. 

 
SEC. 507 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT 

   
POSTS 6" x 7'6" 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   
BRACES 4" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  
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BRACES 4" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   BRACE WIRE - 9 

GAGE 
 
L.F. 

 
SEC. 242 

 
APPROVED LIST #69 or #70 

 
22741 

 
CORNER BRACE UNIT 

 
FE-B 

  
EA. 

 
SEC. 507 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   
POSTS 6" x 7'6" 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   
BRACES 4" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

   
BRACES 4" x 8' 

 
*TREATED WOOD 

 
EA. 

 
SEC. 242 

 
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

  9-GUAGE BRACE WIRE L.F. SEC. 242 APPROVED LIST #69 or #70 

 
22685 

 
FENCE (WOODEN BOARD) 

   
L.F. 

 
SPEC. PROV. 

 

 FENCE (WOODEN BOARD) 1" X 6" X 16' OAK BOARD EA.  VISUAL LETTER 

  
FENCE (WOODEN BOARD) 

4" X 4" X 8' or 4"-5" 

X 8' HALF ROUND 
 
POST 

 
EA. 

  
QUALIFIED WOOD CCA TREATMENT PLANT LIST # 45 or TEST REPORT  

       
22906 GATE FE-G  L-3'  EA. SEC. 507 VISUAL 

22907 GATE FE-G  L-10'  EA. SEC. 507 VISUAL 

22908 GATE FE-G  L-12'  EA. SEC. 507 VISUAL 

22909 GATE FE-G  L-14'  EA. SEC. 507 VISUAL 

22910 GATE FE-G  L-16'  EA. SEC. 507 VISUAL 

23041 WATER GATE FE-4  TYPE I  EA. SEC. 507 VISUAL 

23042 WATER GATE FE-4  TYPE II  EA. SEC. 507 VISUAL 

23043 WATER GATE FE-4  TYPE III  L.F. SEC. 507 VISUAL 

24100 ALLAYING DUST   TON SEC. 511 VISUAL 

 
24120 

 
ALLAYING DUST 

CALCIUM 

CHLORIDE 
  

TON 
 
SEC. 511 

 
1 SAMPLE PER ORDER PER DISTRICT 

 
24260 

 
CRUSHER RUN AGGR. 

 
NO. 25 OR 26 

  
TON 

 
SEC. 512 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
24261 

 
CR. RUN AGGR. NO.25 

 
OR 26   PE-1 

  
TON 

 
SEC. 512 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
24271 

 
TRUCK MOUNTED CRASH CUSHION 

   
HR. 

 
SPEC. PROV. 

 
VISUAL 

24278 CHANNELIZING DEVICES GROUP 2   DAYS SEC. 512 VISUAL 

24280 WARNING LIGHTS   DAYS SEC. 512 VISUAL 

24281 ELECTRONIC ARROW   HRS. SEC. 512 VISUAL 

24282 FLAGGER SERVICE   HRS. SEC. 512 VISUAL 

24290 TRAFFIC BARRIER SERVICE - CONCRETE   L.F. SEC. 512 VISUAL 

 
24296 

TRAF. BARR. SERVICE CONC.-SINGLE 

FACE 
   

L.F. 
 
SEC. 512 

 
VISUAL 

 
24297 

TRAF. BARR. SERVICE CONC.-DOUBLE 

FACE 
   

L.F. 
 
SEC. 512 

 
VISUAL 

 
24300 

TRAF BARRIER SERVICE, GUARDRAIL  GR- 

2 
   

L.F. 
 
SEC. 512 

 
APPROVED LIST  # 12) 

24305 TEMPORARY DETOUR GS-10  TY. A  L.F. SEC. 512 VISUAL 

24310 TEMPORARY DETOUR GS-10  TY. B  L.F. SEC. 512 VISUAL 

24723 TYPE III BARRICADE   EA. SEC. 512 VISUAL 

 
25000 

 
HANDRAIL 

 
HR-1 

  
L.F. 

 
SEC. 504 

 
SHOP INSPECTED/ MILL ANALYSIS/ CERTIFICATION (CT# REQUIRED) 
 26116 DRY RIPRAP CLASS AI  S.Y. SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

   
RIP RAP CLASS AI 

  
TONS 

 
SEC. 414 

 
DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26117 DRY RIPRAP CLASS AI  TONS SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 
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26118 DRY RIPRAP CLASS I  18"  S.Y. SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

  RIP RAP CLASS I  TONS SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26119 DRY RIPRAP CLASS I  18"  TON SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26126 DRY RIPRAP CLASS I  26"  S.Y. SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

  RIP RAP CLASS I  TONS SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26127 DRY RIPRAP CLASS I  26"  TON SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26224 DRY RIPRAP CLASS II  24"  S.Y. SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

  RIP RAP CLASS II  TONS SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26225 DRY RIPRAP CLASS II  24"  TON SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26231 DRY RIPRAP CLASS II  30"  TON SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26239 DRY RIPRAP CLASS II  38"  TON SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26265 DRY RIPRAP CLASS III  48"  TON SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

26419 GROUTED RIPRAP 18"  TON SEC. 414  
  RIPRAP CL.  TON SEC. 414 DAILY SUMMARY SHEET ,TL102 (MARKED VISUAL) 

  GROUT  C.Y. SEC. 218 APPROVED MIX DESIGN 

26640 CONCRETE RIPRAP BAGS   C.Y. SEC. 414 SPEL LIST 

 
26740 

 
CONCRETE SLAB SLOPE PROTECTION 4" 

   
S.Y. 

 
SEC. 415 

 
APPROVED MIX DESIGN 

  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

27012 TOPSOIL CL. A   2"  ACRE SEC. 602 VISUAL 

27022 TOPSOIL CL. B   2"  ACRE SEC. 602 VISUAL 

27102 REGULAR SEED   LBS. SEC. 603 GREEN TAG 

27103 OVERSEEDING   LBS. SEC. 603 GREEN TAG 

27104 LEGUME SEED   LBS. SEC. 603 GREEN TAG 

27105 LEGUME OVERSEEDING   LBS. SEC. 603 GREEN TAG 

27210 FERTILIZER (10-20-10)  TONS SEC. 603 VISUAL 

27215 FERTILIZER (15-30-15)  TONS SEC. 603 VISUAL 

27250 LIME   TONS SEC. 603 APPROVED LIST # 6 

27284 EROSION CONTROL MULCH   S.Y. SEC. 303 APPROVED LIST # 11 

27321 PROTECTIVE COVERING EC-2  S.Y. SEC. 606 APPROVED LIST# 56 

27325 SOIL STABILIZATION MAT, EC-3 TY A   S.Y. SEC. 606 APPROVED LIST # 57 

27326 SOIL STABILIZATION MAT, EC-3 TY B   S.Y. SEC. 606 APPROVED LIST # 57 

27330 HERBICIDE SPRAYING   UNIT SEC. 607 VISUAL --  CONTACT  ROADSIDE MANAGEMENT SECTION 

 
27336 

 
TEMP. DIVERSION CHANNEL LINING, CL.A 

   
S.Y. 

 
SEC. 302 

 
VISUAL 

 
27337 

 
TEMP. DIVERSION CHANNEL LINING, CL.B 

   
S.Y. 

 
SEC. 302 

 
VISUAL 

27400 EROSION CONTROL RIP RAP   S.Y. SEC. 414 VISUAL 

27401 EROSION CONTROL RIP RAP   TONS SEC. 414 VISUAL 

27405 SILT SETTLEMENT BOX   EA. SEC. 303 VISUAL 

27410 CHECK DAM, ROCK TY. I   EA. SEC. 303 VISUAL 

27415 CHECK DAM, ROCK TY. II   EA. SEC. 303 VISUAL 

27420 BALED STRAW CHECK DAM   EA. SEC. 303 VISUAL 

27422 DEWATERING BASIN   EA. PLAN  
   DRY RIP RAP, CLASS 

AI 
 
TONS 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   NO. 25 or NO. 26 

AGGREGATE 
 
TONS 

 
SEC. 205 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   GEOTEXTILE 

DRAINAGE FABRIC 
 
S.Y. 

 
SEC. 245.02© 

 
CERTIFIED DELIVERY TICKET FROM QA SUPPLIER 

 
 

27500 

 
 
GEOTEXTILE FABRIC 

   
 
S.Y. 

 
 
SEC. 303 

TEST REPORT from tested stock / CERTIFIED DELIVERY TICKET 

(stating use--Drainage, Riprap, Embankment,  Stabilization,  Silt Fence,  Filter 

Barrier etc.) 

27505 TEMP. SILT FENCE      
  SILT FENCE 

FABRIC 
 
GEOTEXTILE FABRIC 

 
L.F. 

 
SEC. 303 

 
CERTIFIED DELIVERY TICKET FROM QA SUPPLIER 
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27506 TEMP. FILTER BARRIER      
  FILTER FABRIC GEOTEXTILE FABRIC L.F. SEC. 303 CERTIFIED DELIVERY TICKET FROM QA SUPPLIER 

 
 

27550 

 
STORM WATER MANGMT. DRAIN. STR. 

SWM-1 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27560 

 
 
STORM WATER MANGMT. RISER PIPE 36" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27562 

 
 
STORM WATER MANGMT. RISER PIPE 42" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27564 

 
 
STORM WATER MANGMT. RISER PIPE 48" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27566 

 
 
STORM WATER MANGMT. RISER PIPE 54" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27568 

 
 
STORM WATER MANGMT. RISER PIPE 60" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27570 

 
 
TEMP. SEDIMENT RISER PIPE 36" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27572 

 
 
TEMP. SEDIMENT RISER PIPE 42" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27574 

 
 
TEMP. SEDIMENT RISER PIPE 48" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27576 

 
 
TEMP. SEDIMENT RISER PIPE 54" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

 
 

27578 

 
 
TEMP. SEDIMENT RISER PIPE 60" 

   
 
L.F. 

 
 
SEC. 302 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM / (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

40001 WATER SERVICE LINE 1/2"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40002 WATER SERVICE LINE 3/4"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40003 WATER SERVICE LINE 1"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40004 WATER SERVICE LINE 1 1/4"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40005 WATER SERVICE LINE 1 1/2"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40006 WATER SERVICE LINE 2"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40007 WATER SERVICE LINE 3"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40008 WATER SERVICE LINE 4"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40020 WATER MAIN 2"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40040 WATER MAIN 4"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40041 D.I. WATER MAIN 4"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40060 WATER MAIN 6"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40061 D.I. WATER MAIN 6"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40080 WATER MAIN 8"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40081 D.I. WATER MAIN 8"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40100 WATER MAIN 10"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40101 D.I. WATER MAIN 10"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40120 WATER MAIN 12"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40121 D.I. WATER MAIN 12"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40140 WATER MAIN 14"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40141 D.I. WATER MAIN 14"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 
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40160 WATER MAIN 16"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40161 D.I. WATER MAIN 16"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40180 WATER MAIN 18"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

40181 D.I. WATER MAIN 18"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41002 GATE VALVE & BOX 2"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41004 GATE VALVE & BOX 4"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41006 GATE VALVE & BOX 6"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41008 GATE VALVE & BOX 8"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41010 GATE VALVE & BOX 10"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41012 GATE VALVE & BOX 12"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41014 GATE VALVE & BOX 14"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41016 GATE VALVE & BOX 16"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41020 GATE VALVE & BOX 18"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41385 TAPPING SLEEVE VALVE & BOX - 8"x 4"   EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41398 TAPPING SLEEVE VALVE & BOX - 8"x 6"   EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41403 TAPPING SLEEVE VALVE & BOX - 8"x 8"   EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

 
41409 

 
TAPPING SLEEVE VALVE & BOX - 10"x 10" 

   
EA. 

 
SEC. 520 

 
MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41815 BLOW-OFF VALVE & BOX 2"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41820 FIRE HYDRANT   EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

41840 AIR RELEASE VALVE & BOX - 2"   EA. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42040 SANITARY SEWER PIPE 4"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42042 D.I. SAN. SEWER PIPE 4"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42044 SANITARY SERVICE  4" LATERAL CONN.  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42060 SANITARY SEWER PIPE 6"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42062 D.I. SAN. SEWER PIPE 6"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42080 SANITARY SEWER PIPE 8"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42082 D.I. SAN. SEWER PIPE 8"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42100 SANITARY SEWER PIPE 10"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42102 D.I. SAN. SEWER PIPE 10"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42120 SANITARY SEWER PIPE 12"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42122 D.I. SAN. SEWER PIPE 12"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42180 SANITARY SEWER PIPE 18"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42182 D.I. SAN. SEWER PIPE 18"  L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

42755 SAN. SEWER MANHOLE   L.F. SEC. 520 MANUFACTURERS CERTIFICATION  / CATALOG CUTS (CT# REQUIRED) 

 
 
 

42758 

 
 
 
MANHOLE FRAME & COVER,  WF & C-1 

   
 
 
EA. 

 
 
 
SEC. 520 

 
 
APPROVED LIST #34 

APPROVED FOUNDRY LIST  #61   --   MANUFACTURES CERTIFICATION 

  
 
 

42764 

 
 
 
MANHOLE FRAME & COVER,  F & C-1 

   
 
 
EA. 

 
 
 
SEC. 520 

 
 
APPROVED LIST #34 

APPROVED FOUNDRY LIST  #61   --   MANUFACTURES CERTIFICATION 

 42840 SEWER CLEANOUT   EA. SEC. 520 MANUFACTURERS CERTIFICATION  /  CATALOG CUTS (CT# REQUIRED) 

42845 SEWER CLEANOUT 4"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  /  CATALOG CUTS (CT# REQUIRED) 

42846 SEWER CLEANOUT 6"  EA. SEC. 520 MANUFACTURERS CERTIFICATION  /  CATALOG CUTS (CT# REQUIRED) 

 
 

45004 

 
 
GAS MAIN 

 
 
4" 

  
 
L.F. 

 
 
SPEC. PROV. 

 (CT# REQUIRED) 
MANUFACTURERS CERTIFICATION, MILL ANALYSIS (steel pipe), 

CATALOG CUTS( fittings)  / (PLASTIC) MANUFACTURERS CERTIFICATION 

 
 

45006 

 
 
GAS MAIN 

 
 
6" 

  
 
L.F. 

 
 
SPEC. PROV. 

 (CT# REQUIRED) 
MANUFACTURERS CERTIFICATION, MILL ANALYSIS (steel pipe), 

CATALOG CUTS( fittings)  / (PLASTIC) MANUFACTURERS CERTIFICATION 

 
 

45008 

 
 
GAS MAIN 

 
 
8" 

  
 
L.F. 

 
 
SPEC. PROV. 

 (CT# REQUIRED) 
MANUFACTURERS CERTIFICATION, MILL ANALYSIS (steel pipe), 

CATALOG CUTS( fittings)  / (PLASTIC) MANUFACTURERS CERTIFICATION 
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45010 

 
 
GAS MAIN 

 
 
10" 

  
 
L.F. 

 
 
SPEC. PROV. 

 (CT# REQUIRED) 
MANUFACTURERS CERTIFICATION, MILL ANALYSIS (steel pipe), 

CATALOG CUTS( fittings)  / (PLASTIC) MANUFACTURERS CERTIFICATION 

 
 

45012 

 
 
GAS MAIN 

 
 
12" 

  
 
L.F. 

 
 
SPEC. PROV. 

 (CT# REQUIRED) 
MANUFACTURERS CERTIFICATION, MILL ANALYSIS (steel pipe), 

CATALOG CUTS( fittings)  / (PLASTIC) MANUFACTURERS CERTIFICATION 

 
 

45500 

 
 
LEAK DETECTOR 

   
 
EA. 

 
 
SEC. 520 

MANUFACTURERS CERTIFICATION, MILL ANALYSIS (steel pipe), 

CATALOG CUTS( fittings)  / (PLASTIC) MANUFACTURERS CERTIFICATION 

(CT# REQUIRED) 

50011 ROAD EDGE DELINEATOR ED-1  EA. SEC. 702 APPROVED LIST ( LIST # 23 ) 

50012 ROAD EDGE DELINEATOR ED-2  EA. SEC. 702 APPROVED LIST ( LIST # 23 ) 

50020 ROAD EDGE DELINEATOR ED-3 TY. II, D-1  EA. SEC. 702 APPROVED LIST ( LIST # 23 ) 

 
50108 

 
SIGN PANEL 

   
EA. 

 MILL ANALYSIS for ALUMINUM  & MANUFACTURERS CERTIFICATION for 

REFLECTIVE SHEETING (CT# REQUIRED) 

50402 - 50421 SIGN POST STEEL    SEC. 700 MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

50902 CANTILEVER SIGN STRUCTURE    PLAN SHOP INSPECTED 

50902 WALL MOUNTED SIGN POSTS    PLAN MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

50902 OVERHEAD SIGN STRUCTURES    PLAN SHOP INSPECTED 

50902 BRIDGE MOUNTED SIGN    PLAN SHOP INSPECTED 

 
 

51005 

 
 
MASTER CONTROLLER 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51020 

 
 
CLOSED LOOP CONTROLLER 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51030 

 
 
CONTROLLER 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51165 

 
 
ELECTRICAL SERVICE 

 
 
SE-1 

  
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51167 

 
 
ELECTRICAL SERVICE 

 
 
SE-2 

  
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51168 

 
 
ELECTRICAL SERVICE 

 
 
SE-3 

  
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51169 

 
 
ELECTRICAL SERVICE 

 
 
SE-4 

  
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51170 

 
 
ELECTRICAL SERVICE 

 
 
SE-5 

  
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51180 

 
 
TRAFFIC SIGNAL HEAD 

 
 
SEC. 12" STD. 

  
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51193 

 
 
PEDESTRIAN SIGNAL HEAD, SP-3 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

51210 PEDESTAL POLE PF-2, 10ft.  EA. SEC. 700 MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

51235 CONCRETE FOUNDATION SIGNAL POLE  EA. SEC. 700  
  CL. A-3 H.E.S. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

51240 CONCRETE FOUNDATION PF-2  EA. SEC. 700  
  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
3/4" x 18" 

 
ANCHOR BOLTS 

 
EA. 

 
SEC. 226 

 
MANUFACTURERS CERTIFICATION , GALVANIZATION CERTIFICATION--- 
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51245 CONCRETE FOUNDATION CF-1  EA. SEC. 700  
 

51321 
 
SIGNAL POLE MP-1 20' 

 
ONE ARM 34' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51323 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 36' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51325 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 38' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51327 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 40' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51329 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 42' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51331 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 44' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51333 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 46' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51335 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 48' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51337 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 50' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51339 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 52' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51341 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 54' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51344 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 56' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51346 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 58' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51347 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 60' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
51349 

 
SIGNAL POLE MP-1 20' 

 
ONE ARM 65' 

  
EA. 

 
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
 

51530 

 
 
MAGNETIC DETECTOR AMPLIFIER 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51540 

 
 
LOOP DETECTOR AMPLIFIER 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51554 

 
 
CABLE TERMINAL ENCLOSURE CTE-1 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51556 

 
 
CABLE TERMINAL ENCLOSURE CTE-2 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51558 

 
 
CABLE TERMINAL ENCLOSURE CTE-3 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51559 

 
CABLE TERMINAL ENCLOSURE CTE-2, TY. 

A 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51560 

 
CABLE TERMINAL ENCLOSURE CTE-2, TY. 

B 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51561 

 
CABLE TERMINAL ENCLOSURE CTE-2, TY. 

C 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 
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51598 

 
 
CONDUCTOR CABLE  8/3 

   
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51599 

 
 
CONDUCTOR CABLE  12/1 

   
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51602 

 
 
CONDUCTOR CABLE  14/4 

   
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51607 

 
 
CONDUCTOR CABLE  14/7 

   
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED)  

 
 

51615 

 
 
CONDUCTOR CABLE ENCLOSED  14/1 

   
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51700 

 
 
CONDUCTOR CABLE  14/2 

 
 

SHIELDED 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51712 

 
 
CONDUCTOR CABLE  14/12 

 
 

SHIELDED 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

51730 SPAN WIRE 1/2"   L.F. SEC. 703 SAMPLE on PROJECT 

51735 TETHER WIRE, 1/4"   L.F. SEC. 703 SAMPLE on PROJECT 

 
 

51800 

 
 
PEDESTRIAN PUSHBUTTON 

   
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51824 

 
 
HANGER ASSEMBLY 

 
 
SW-1 ONE WAY 

  
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51830 

 
 
HANGER ASSEMBLY 

 
 
SM-3 ONE WAY 

  
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

51839 

 
 
HANGER ASSEMBLY 

 
 
SMB-3 TWO WAY 

  
 
EA. 

 
 
SEC. 703 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

54020 PAVEMENT LINE MARKING, TYPE A, 4"   L.F. SEC. 704 C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
54031 

 
PAVEMENT DOTTING 

   
MI. 

 
SPEC. PROV. 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

54032 PAVEMENT LINE MARKING, TY. B, CL.I 4"   L.F. SEC. 704 C-85 (containing all Lab #'s for  all items and certification stamp ) 

54043 PAVEMENT LINE MARKING, TY.B, CL.II 4"   L.F. SEC. 704 C-85 (containing all Lab #'s for  all items and certification stamp ) 

54049 PAVEMENT LINE MARKING TY.B, CL.III 4"   L.F. SEC. 704 C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
54055 

 
PAVEMENT LINE MARKING, TY.B, CL.IV 4" 

   
L.F. 

 
SEC. 704 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
54068 

 
PAVEMENT LINE MARKING, TY.B, CL.V  4" 

   
L.F. 

 
SEC. 704 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
54075 

 
PAVEMENT LINE MARKING, TY.B, CL.VI 4" 

   
L.F. 

 
SEC. 704 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
 

54077 

 
 
PAVEMENT LINE MARKING, TY.B, CL.VI 8" 

   
 
L.F. 

SEC. 

704/SPEC. 

PROV. 

 
 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
54215 

SNOW- PLOWABLE RAISED PAVEMENT 

MARKER 
   

EA. 
 
SEC. 704 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
54220 

RECESSED PAVE. MARKER 1-WAY ASP. 

CONC. 
   

EA. 
 
SEC. 704 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
54230 

RECESSED PAVE. MARKER 2-WAY ASP. 

CONC. 
   

EA. 
 
SEC. 704 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 
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54240 

 
TEMPORARY PAVEMENT MARKER - 1 WAY 

   
EA. 

 
SEC. 704 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
54242 

 
TEMPORARY PAVEMENT MARKER - 2 WAY 

   
EA. 

 
SEC. 704 

 
C-85 (containing all Lab #'s for  all items and certification stamp ) 

54408 CONSTR. PAVE. MARKING (TY. A or C) 4"   L.F. SEC. 512 C-85 (containing all Lab #'s for  all items and certification stamp ) 

54412 CONSTR. PAVE. MARKING (TY. D) 4"   L.F. SEC. 512 C-85 (containing all Lab #'s for  all items and certification stamp ) 

54428 CONSTR. PAVE. MARKING (TY. A) 4"   L.F. SEC. 512 C-85 (containing all Lab #'s for  all items and certification stamp ) 

54430 CONSTR. PAVE. MARKING (TY. C) 4"   L.F. SEC. 512 C-85 (containing all Lab #'s for  all items and certification stamp ) 

 
55162 - 55199 

 
LIGHTING POLES 

    
SEC. 700 

SHOP INSPECTION, (AS OUTLINED FOR MODIFIED INSPECTION IN SEC. 

204.32 AND 207 OF MANUAL of INSTRUCTION) 

 
 

56000 

 
 
JUNCTION BOX 

   
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

55586 

 
 
JUNCTION BOX JB-S1 

   
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

55587 

 
 
JUNCTION BOX JB-S2 

   
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

55588 

 
 
JUNCTION BOX JB-S3 

   
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

55580 

 
 
JUNCTION BOX JB-R1 

   
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

55581 

 
 
JUNCTION BOX JB-R2 

   
 
EA. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using*  (*CT# REQUIRED) 

 
 

56020 

 
 
CONDUIT 

 
 
1" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56021 

 
 
PVC CONDUIT 

 
 
1" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56022 

 
 
METAL CONDUIT 

 
 
1" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56024 

 
 
CONDUIT 

 
 
1 1/4" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56026 

 
 
METAL CONDUIT 

 
 
1 1/4" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56028 

 
 
CONDUIT 

 
 
1 1/2" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56030 

 
 
CONDUIT 

 
 
2" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56032 

 
 
METAL CONDUIT 

 
 
2" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56034 

 
 
CONDUIT 

 
 
3" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 
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56036 

 
 
METAL CONDUIT 

 
 
3" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56038 

 
 
CONDUIT 

 
 
4" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
 

56040 

 
 
METAL CONDUIT 

 
 
4" 

  
 
L.F. 

 
 
SEC. 700 

PRE-APPROVED TRAFFIC DEVICE LIST if submitted to Traffic prior to using 

/ APPROVED CATALOG CUT &  CERTIFICATION  if not submitted prior to 

using *  (*CT# REQUIRED) 

 
56102 

 
JACKED 4" PIPE 

   
L.F. 

SEC. 302 & 

700 
 
VISUAL 

 
56104 

 
JACKED 5" PIPE 

   
L.F. 

SEC. 302 & 

700 
 
VISUAL 

60200 STEEL SHEET PILING   S.F. SEC. 402 MILL ANALYSIS & PACKING LIST (CT# REQUIRED) 

60210 TEMPORARY SHEET PILING   S.F. SEC. 402 VISUAL 

60403 STRUCTURAL CONCRETE CL. A-3 STRUCT.  C.Y. SEC. 404 APPROVED MIX DESIGN 

60404 STRUCTURAL CONCRETE CL. A-4  C.Y. SEC. 404 APPROVED MIX DESIGN 

60406 STRUCTURAL CONCRETE CL. A-4.5  C.Y. SEC. 404 APPROVED MIX DESIGN 

60450 BRIDGE APPROACH SLAB CL. A-4  C.Y. SEC. 316 APPROVED MIX DESIGN 

60452 BRIDGE APPROACH SLAB REINF. STEEL  LBS. SEC. 316 CERTIFIED DELIVERY TICKET 

 
61115 - 61698 

PRESTRESSED CONCRETE BULB-T- 

GIRDERS 
    

SEC. 405 
 
SHOP INSPECTED 

61142 PRESTRESS CONC. SLAB 3'x21"x(+40'-45')  EA. SEC. 405 CERTIFIED DELIVERY TICKET 

61186 PRESTRESS CONC. SLAB 4'x18"x(+35'-40')  EA. SEC. 405 CERTIFIED DELIVERY TICKET 

61187 PRESTRESS CONC. SLAB 4'x21"x(+35'-40')  EA. SEC. 405 CERTIFIED DELIVERY TICKET 

61191 PRESTRESS CONC. SLAB 4'x21"x(+40'-45')  EA. SEC. 405 CERTIFIED DELIVERY TICKET 

61205 HDG STEEL DIAPHRAGMS    SEC. 405 SHOP INSPECTED 

61205 HDG ANCHOR BOLT ASSEMBLIES    SEC. 405 MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

61223 HDG EXPANSION SOLO PLATES    SEC. 405 MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

61700 UNCOATED "BLACK" REINF. STEEL  LBS. SEC. 406 CERTIFIED DELIVERY TICKET 

 
61705 

 
EPOXY COATED 

 
REINF. STEEL 

  
LBS. 

 
SEC. 406 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

61720 STRUCTURAL STEEL ROLLED BEAMS   L.S. SEC. 407 SHOP INSPECTED 

 
61720 - 61990 

 
ANCHOR BOLTS (BOLTS) 

   SEC. 700 / 

SEC. 226 
 
SHOP INSPECTED 

61730 STRUCTURAL STEEL PLATE GIRDERS    SEC. 407 SHOP INSPECTED 

 
61740 

 
STR. STEEL HIGH STRGTH. ROLLED BEAMS 

   
LBS. 

 
SEC. 407 

 
SHOP INSPECTED 

 
61750 

STR. STEEL HIGH STRGTH.  PLATE 

GIRDERS 
   

LBS. 
 
SEC. 407 

 
SHOP INSPECTED 

61760 ERECTION OF STRUCTURAL STEEL    SEC   407 VISUAL 

61770 FABRICATION OF STRUCTURAL STEEL    SEC. 407 SHOP INSPECTED 

61980 BEARING PLATES    SEC 408 MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

61990 STEEL GIRDER FLOOR    SEC.  409 SHOP INSPECTED 

62010 CONCRETE PARAPET   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
REINF. STEEL 

 
EPOXY COATED 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

62015 RAILING, KANSAS CORRAL   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
REINF. STEEL 

 
EPOXY COATED 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

62016 RAILING, TEXAS T-6   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

  REINF. STEEL EPOXY COATED LBS. SEC. 223 CERTIFIED DELIVERY TICKET 
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62021 

ANODIZED ALUMINUM PEDESTRIAN 

RAILING 
    

SEC. 410 
 
SHOP INSPECTED / MILL ANALYSIS / CERTIFICATION (CT# REQUIRED) 

62400 - 62406 TOOTH EXPANSION JOINT    ATTD. SHOP INSPECTED 

 
62491 

 
ELASTOMERIC EXPANSION DAM,  0" - 2" 

   
L.F. 

 
SEC. 421 

CERTIFIED MATERIALS TEST RESULTS & MANUFACTURER 

CERTIFICATION / MILL ANALYSIS for STEEL 

 
62492 

 
ELASTOMERIC EXPANSION DAM,  2+" - 3" 

   
L.F. 

 
SEC. 421 

CERTIFIED MATERIALS TEST RESULTS & MANUFACTURER 

CERTIFICATION / MILL ANALYSIS for STEEL 

 
62493 

 
ELASTOMERIC EXPANSION DAM,  3+" - 4" 

   
L.F. 

 
SEC. 421 

CERTIFIED MATERIALS TEST RESULTS & MANUFACTURER 

CERTIFICATION / MILL ANALYSIS for STEEL 

 
62494 

 
ELASTOMERIC EXPANSION DAM,  4+" - 5" 

   
L.F. 

 
SEC. 421 

CERTIFIED MATERIALS TEST RESULTS & MANUFACTURER 

CERTIFICATION / MILL ANALYSIS for STEEL 

62501 PERFORMED ELAST. JOINT SEALER 2"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TL-109 TEST REPORT  

 
62502 

 
PERFORMED ELAST. JOINT SEALER 2 1/2" 

   
L.F. 

 
SEC. 420 

 
CERTIFIED DELIVERY TICKET TL-109 TEST REPORT  

62503 PREFORMED ELAST. JOINT SEALER 3"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TL-109 TEST REPORT 

62504 PREFORMED ELAST. JOINT SEALER 3"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TL-109 TEST REPORT 

62505 PREFORMED ELAST. JOINT SEALER 3"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TL-109 TEST REPORT 

62533 POT BEARINGS    SEC. 408 SHOP INSPECTED 

62533 ANCHOR BOLT ASSEMBLIES    SEC. 407 SHOP INSPECTED 

64030 POROUS BACKFILL   C.Y. SEC. 401 APPROVED MIX DESIGN 

   
NO. 8 or NO. 78 

 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

64036 PIPE UNDERDRAIN 6"   L.F. SEC. 401  
   

 
6"  PIPE 

 
 
PERFORATED PIPE 

 
 
L.F. 

 
 
SEC. 232 

CERTIFIED DELIVERY TICKET  (vcmpqap) VDOT CORRUGATED METAL 

PIPE QUALITY ASSURANCE PROGRAM/ (vcpqap) VDOT CONCRETE PIPE 

QUALITY ASSURANCE PROGRAM 

   
NO. 8 or NO. 78 

 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

64040 STEEL SHEET PILING   S.F. SEC. 402 MILL ANALYSIS & PACKING LIST (CT# REQUIRED) 

64110 STEEL PILES 10"  L.F. SEC. 403 MILL ANALYSIS & PACKING LIST (CT# REQUIRED) 

64755 PILE POINT FOR 10" STEEL PILES   EA. SEC. 403 VISUAL 

65013 STRUCTURAL CONCRETE CL. A-3 STRUCT.  C.Y. SEC. 404 APPROVED MIX DESIGN 

65014 STRUCTURAL CONCRETE CL. A-4  C.Y. SEC. 404 APPROVED MIX DESIGN 

65022 CONCRETE CL. B-2  C.Y. SEC. 404 APPROVED MIX DESIGN 

65200 UNCOATED "BLACK" REINF. STEEL  LBS. SEC. 406 MANUFACTURER'S CERTIFICATION 

 
65205 

 
EPOXY COATED 

 
REINF. STEEL 

  
LBS. 

 
SEC. 406 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

65700 CONCRETE PARAPET   L.F. SEC. 410  
  CL. A-3 STRUCT. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

65800 RAILING   L.F. SEC. 410 SHOP INSPECTED / MILL ANALYSIS / CERTIFICATION (CT# REQUIRED)  

  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

65802 RAILING, KANSAS CORRAL   L.F. SEC. 410  
   TERMINAL WALL 

(Included in above) 
 
L.F. 

 
PLAN 

 

  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
REINF. STEEL 

 
EPOXY COATED 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

66120 COFFER DAM   EA. SEC. 401 VISUAL 

 
66126 

 
DRY RIPRAP 

 
CLASS I, 26" 

  
S.Y. 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   
RIP RAP CLASS I 

  
TONS 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 
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66127 

 
DRY RIPRAP 

 
CLASS I, 26" 

  
TONS 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
66238 

 
DRY RIPRAP 

 
CLASS II, 38" 

  
S.Y. 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

   
RIP RAP CLASS II 

  
TONS 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
66239 

 
DRY RIPRAP 

 
CLASS II, 38" 

  
TONS 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
66740 

 
CONCRETE SLAB SLOPE PROTECTION - 4" 

   
S.Y. 

 
SEC. 415 

 

  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

66801 WATERPROOFING   S.Y. SEC. 416  
   

EP-5 LV 
 

EPOXY 
 
GAL. 

 
SPEC. PROV. 

 
MANUFACTURER'S CERTIFICATION 

   
GRADE D 

FINE AGGREGATE 

(SILICA SAND) 
   

CERTIFIED DELIVERY TICKET OR SAMPLE ON PROJECT 

       
66810 DAMP-PROOFING   S.Y. SEC. 417  

   
PRIMER 

  
GAL. 

 
SEC. 213 

1 DRUM OR LESS MODIFIED ACCEPTANCE / SAMPLE (if more than 1 

DRUM) 

   
ASPHALT 

  
GAL. 

 
SEC. 213 

2 DRUM OR LESS MODIFIED ACCEPTANCE / SAMPLE (if more than 1 

DRUM) 

67110 TRAFFIC BARRIER SERVICE - CONCRETE   L.F. SEC. 512 VISUAL 

68010 CONCRETE PARAPET   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

68015 RAILING   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

68016 RAILING, TEXAS T-6   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

68017 RAILING, KANSAS CORRAL (MOD. - 32")   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

68040 STRUCT. CONCRETE CL. A-4  C.Y. SEC. 404 APPROVED MIX DESIGN 

 
68100 

 
UNCOATED "BLACK" 

 
REINF. STEEL 

  
LBS. 

SEC. 406 & 

412 
 
MANUFACTURER'S CERTIFICATION 

 
68105 

 
EPOXY COATED 

 
REINF. STEEL 

  
LBS. 

SEC. 406 & 

412 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

68115 STRUCTURAL STEEL    SEC. 408 SHOP INSPECTED 

68120 STRUCTURAL STEEL ROLLED BEAMS   L.S. SEC. 407 SHOP INSPECTED 

 
68125 

 
STR. STEEL HIGH STRGTH. ROLLED BEAMS 

   
L.S. 

 
SEC. 407 

 
SHOP INSPECTED 

 
68130 

STR. STEEL HIGH STRGTH. PLATE 

GIRDERS 
   

L.S. 
 
SEC. 407 

 
SHOP INSPECTED 

 
68138 

 
STRAIGHTEN STRUCTURAL STEEL 

   ATTD /  SEC. 

407 
 
VISUAL 

68145 STEEL GRID FLOOR    SEC.409 SHOP INSPECTED 

 
68155 

 
DIAPHRAGM REPLACEMENT 

   PLAN / SEC. 

412 
 
SHOP INSPECTED 
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68155 

 
DIAPHRAGM REPAIR 

   PLAN / SEC. 

412 
 
SHOP INSPECTED 

 
68164 

 
BEARING DEVICES 

   PLAN / SEC. 

408 
 
SHOP INSPECTED 

 
68166 

 
ANCHOR BOLT REPLACEMENT 

   PLAN / SEC. 

412 
 
SHOP INSPECTED 

68265 BRIDGE APPROACH SLAB CL. A-4  C.Y. SEC. 316 APPROVED MIX DESIGN 

 
68270 

 
BRIDGE APPROACH SLAB 

 
REINF. STEEL 

  
LBS. 

 
SEC. 316 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

68400 WATERPROOFING   S.Y. SEC. 416  
   

EP-5 LV 
 

EPOXY 
 
GAL. 

 
SPEC. PROV. 

 
MANUFACTURER'S CERTIFICATION 

   
GRADE D 

FINE AGGREGATE 

(SILICA SAND) 
   

CERTIFIED DELIVERY TICKET OR SAMPLE ON PROJECT 

68520 - 68526 TOOTH EXPANSION JOINT    ATTD. SHOP INSPECTED 

 
68550 

 
ELASTOMERIC EXPANSION DAM,  0" - 2" 

   
L.F. 

 
SEC. 421 

CERTIFIED MATERIALS TEST RESULTS & MANUFACTURER 

CERTIFICATION / MILL ANALYSIS for STEEL 

 
68552 

 
ELASTOMERIC EXPANSION DAM,  2+" - 3" 

   
L.F. 

 
SEC. 421 

CERTIFIED MATERIALS TEST RESULTS & MANUFACTURER 

CERTIFICATION / MILL ANALYSIS for STEEL 

 
68553 

 
ELASTOMERIC EXPANSION DAM,  3+" - 4" 

   
L.F. 

 
SEC. 421 

CERTIFIED MATERIALS TEST RESULTS & MANUFACTURER 

CERTIFICATION / MILL ANALYSIS for STEEL  

 
68554 

 
ELASTOMERIC EXPANSION DAM,  4+" - 5" 

   
L.F. 

 
SEC. 421 

CERTIFIED MATERIALS TEST RESULTS & MANUFACTURER 

CERTIFICATION / MILL ANALYSIS for STEEL 

68555 PREFORMED ELAST. JOINT SEAL, 1 3/4"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TEST REPORT  

 
68556 

PREFORMED ELASTOMERIC JOINT SEAL, 

2" 
   

L.F. 
 
SEC. 420 

 
CERTIFIED DELIVERY TICKET TEST REPORT 

68557 PREFORMED ELAST. JOINT SEAL, 2 1/2"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TEST REPORT 

68558 PREFORMED ELAST. JOINT SEAL, 1 5/8"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TEST REPORT 

68559 PREFORMED ELAST. JOINT SEAL, 1 1/4"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TEST REPORT 

 
68560 

PREFORMED ELASTOMERIC JOINT SEAL, 

3" 
   

L.F. 
 
SEC. 420 

 
CERTIFIED DELIVERY TICKET TEST REPORT 

68561 PREFORMED ELAST. JOINT SEAL, 3 1/2"   L.F. SEC. 420 CERTIFIED DELIVERY TICKET TEST REPORT 

 
68562 

PREFORMED ELASTOMERIC JOINT SEAL, 

3" 
   

L.F. 
 
SEC. 420 

 
CERTIFIED DELIVERY TICKET TEST REPORT 

68572 - 68573 EXPANSION JOINT RECONSTRUCTION    SEC. 412 VISUAL 

68620 PORTLAND CEM. CONC., LATEX  C.Y. SEC. 412 TL-26 A  (TL-26) Coding Form - Report of Structural Concrete 

 
68630 

 
POLYMER CONCRETE OVERLAY 

   
S.Y. 

 
SPEC. PROV. 

 

   
POLYMER 

 
POLYMER 

 
GAL. 

 
SPEC. PROV. 

 
TEST REPORT # or CERTIFIED DELIVERY TICKET 

   FINE AGGREGATE, 

SILICA SAND or 

BASALT 

 
 
LBS. 

 
 
SPEC. PROV. 

 
DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
68637 

 
MOD. EP-5 EPOXY CONC. OVERLAY 

   
S.Y. 

 
SPEC. PROV. 

 
TEST REPORT #  or CERTIFIED DELIVERY TICKET 

   EP-5 MODIFIED 

EPOXY 
 
GAL. 

 
SPEC. PROV. 

 
MANUFACTURER'S CERTIFICATION 

   FINE AGGREGATE, 

SILICA SAND or 

BASALT 

 
 
LBS. 

 
 
SPEC. PROV. 

 
DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE  PLAN 

 
68638 

 
EPOXY CONC. OVERLAY 

   
S.Y. 

 
SPEC. PROV. 

 
TEST REPORT # or CERTIFIED DELIVERY TICKET 

68639 EPOXY RESIN COATING   S.Y. PLAN  
   EP-3B EPOXY GAL. SEC. 243 TEST REPORT # or CERTIFIED DELIVERY TICKET 

   EP-3T EPOXY GAL. SEC. 243 TEST REPORT # or CERTIFIED DELIVERY TICKET 

68710 TRAFFIC BARRIER SERVICE - CONCRETE   L.F. SEC. 512 VISUAL 
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68760 

TRAF. BARR SERVICE - CONC. SGL FACE 

PAR. 
   

L.F. 
 
SEC. 512 

 
VISUAL 

 
68762 

TRAF. BARR SERVICE - CONC. DBL FACE 

PAR. 
   

L.F. 
 
SEC. 512 

 
VISUAL 

69009 POROUS BACKFILL   C.Y. SEC. 401  
   

NO.8 or NO. 78 
 
AGGREGATE 

 
TONS 

 
SEC. 203 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

69015 RAILING   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

69016 RAILING, TEXAS T-6   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

69017 RAILING, KANSAS CORRAL   L.F. SEC. 410  
  CL. A-4 CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

69030 STRUCTURAL CONCRETE CL. A-3 STRUCT.  C.Y. SEC. 412 APPROVED MIX DESIGN 

69040 STRUCTURAL CONCRETE CL. A-4  C.Y. SEC. 412 APPROVED MIX DESIGN 

 
69100 

 
UNCOATED "BLACK" 

 
REINF. STEEL 

  
LBS. 

SEC. 406 & 

412 
 
MANUFACTURER'S CERTIFICATION 

 
69105 

 
EPOXY COATED 

 
REINF. STEEL 

  
LBS. 

SEC. 406 & 

412 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

69110 STEEL PILES 10"  L.F. SEC. 403 MILL ANALYSIS & PACKING LIST (CT# REQUIRED) 

69620 COFFER DAM   EA. SEC. 401  
   

STONE 
   DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

  GEOTEXTILE 

FABRIC 
    

CERTIFIED DELIVERY TICKET  / TL109 (FABRIC) 

 
69627 

 
DRY RIPRAP 

 
CLASS I, 26" 

  
TONS 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
69639 

 
DRY RIPRAP 

 
CLASS II, 26" 

  
TONS 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

 
69671 

 
STONE RIPRAP VAR. DEPTH, CLASS II 

   
TONS 

 
SEC. 414 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

69700 CONCRETE PARAPET   L.F. SEC. 410  
  CL. A-3 STRUCT. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

   
EPOXY COATED 

 
REINF. STEEL 

 
LBS. 

 
SEC. 223 

MANUFACTURER'S CERTIFICATION & EPOXY CERTIFICATION 

(APPROVED EPOXY LIST # 10) 

       
 

69740 
 
CONCRETE SLAB SLOPE PROTECTION  4" 

   
S.Y. 

 
SEC. 415 

 

  CL. A-3 MISC. CONCRETE C.Y. SEC. 217 APPROVED MIX DESIGN 

69805 WATERPROOFING   S.Y. SEC. 416  
   EPOXY EP-5LV GAL. SEC. 243 TEST REPORT # TL109 or CERTIFIED DELIVERY TICKET 

   FINE AGGR. (SILICA 

SAND), GRADING  D 
 
TONS 

 
SEC. 243 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 

69810 DAMP-PROOFING   S.Y. SEC. 417  
    

PRIMER 
 
GAL. 

 
SEC. 213 

1 DRUM OR LESS MODIFIED ACCEPTANCE / SAMPLE (if more than 1 

DRUM) 

    
ASPHALT 

 
GAL. 

 
SEC. 213 

1 DRUM OR LESS MODIFIED ACCEPTANCE / SAMPLE (if more than 1 

DRUM) 

  
ADMIXTURES, CONCRETE 

     
APPROVED LIST  ( list #'s 1,2,3,4,4.1, & 4.2 ) in MANUAL of INSTRUCTION 
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CONTRACT 

LINE 
 

LINE ITEM 
 

MATERIAL 
 

LINE ITEM 
 
PAY 

ROAD & 

BRIDGE 
 

MANUAL of  INSTRUCTIONS 

 
ITEM NUMBER 

 
DESCRIPTION 

 
TYPE or SIZE 

 
SUB-COMPONENTS 

 
UNIT 

 
SECTION 

 
METHOD OF ACCEPTANCE 

  
BRICK 

    
SEC. 222 

1000 EACH  or less VISUAL /MORE THAN 1000 EACH SAMPLED (TEST 

REPORT # TL-29, TL-109 or TL-9) 

 BRONZE & COOPER ALLOY    SEC. 230 MANUFACTURER'S CERTIFIED PHYSICAL& CHEMICAL ANALYSIS 

  
COAL TAR PITCH EMULSION 

 COAL TAR PITCH 

EMULSION 
 
GAL 

 
SPEC. PROV. 

 

  
COAL TAR PITCH EMULSION 

 
FINE AGGREGATE 

  
TONS 

 
SPEC. PROV. 

DAILY SUMMARY SHEET ,TL102 (STAMPED MAP) MODIFIED 

ACCEPTANCE PLAN 
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